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Abstract

Josephson-CMOS Hybrid Memories

by

Qingguo Liu

Doctor of Philosophy in Engineering-Electrical Engineering

and Computer Sciences

University of California, Berkeley

Professor Theodore Van Duzer, Chair

Lack of high-density, fast and memory has been a long-standing problem in su-

perconducting digital electronics. Alternative Josephson-junction-based memory cells

and peripheral circuits have intrinsic problems which impede the application of that

kind of memory. The CMOS-Josephson hybrid memory idea was proposed in 1992

to circumvent this problem. Evaluation of some issues was carried out in the 1990’s.

In the present work we have designed and demonstrated a 64-kb CMOS-Josephson

hybrid memory working at 1 GHz; it has proved to be a promising memory candidate

for superconducting high-end computing applications.

In order to make the hybrid idea practical, a complete and comprehensive 4 K

short-channel CMOS model for digital circuits was developed for this dissertation. It
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has been used in the design of the memory core and peripheral circuits. A fast hybrid

interface circuit that transforms single-flux-quantum millivolt 2-ps pulse signals to

CMOS volt-level signals has been studied and the optimized design has been com-

pleted. Using a nonvolatile cryogenic 3-T DRAM cell, the memory core is designed

in such a way that the access time is much less than for room-temperature opera-

tion, not only because of the performance upgrade due to the temperature decrease,

but also because of a different reading mechanism. Fabricated by commercial submi-

cron CMOS processes (0.25 µm and 0.18 µm) and a Nb/AlOx/Nb Josephson-junction

process with 2.5 kA/cm2 tunneling current density, the memory chips were bonded

together by direct wire-bonding and by flip-chip bump-bonding and tested at low

frequencies, high frequencies, respectively. A subnanosecond access time is obtained

both from simulations and experiments. The power for an interface circuit is mea-

sured to be 0.6 mW. The memory core consumes even less power. The total power

consumption depends on the operation mode of the memory and is calculated to be

10 mW for reading and 28 mW for writing. Simulations also indicate that, with more

advanced semiconductor and superconductor technologies, larger and faster hybrid

memories are expected to be achievable in the future.

Professor Theodore Van Duzer
Dissertation Committee Chair
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Chapter 1

Introduction: Tales of two

technologies
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1.1 Overview of CMOS and Josephson technolo-

gies

1.1.1 Overview of CMOS technology

Ever since the invention of first semiconductor transistor by William Shockley,

John Bardeen and Walter Brattain in 1947 at Bell Laboratories, and especially after

the first CMOS circuit was invented in 1963 by Frank Wanlass at Fairchild Semicon-

ductor [1], semiconductors have increasingly taken over the electronics world. Orig-

inally a low-power but slow alternative to TTL, CMOS found early adopters in the

watch industry and in other fields where battery life was more important than speed.

Some twenty-five years later, CMOS has become the predominant technology in dig-

ital integrated circuits. This is essentially because area occupation, operating speed,

energy efficiency, and manufacturing costs have benefited and continue to benefit

from the geometric downsizing that comes with every new generation of semicon-

ductor manufacturing processes, well-known as Moore’s Law [2]. In addition, the

simplicity and comparatively low power dissipation of CMOS circuits have allowed

for integration densities not possible on the basis of bipolar junction transistors.

Besides the digital world, CMOS plays an important role in the analog world.

Despite of the lower cut-off frequency, CMOS finds a position in RF circuits due to

the much lower cost than that of any bipolar technologies. As of 2006, most advanced

CMOS digital products are manufactured by using a 65 nm process with a power
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supply of 1.3 V, and a 45 nm process with a less than 1 V power supply will be soon

sent to the product line [3]; the most advanced analog products are manufactured by

using a 130 nm process with operating frequencies up to 60 GHz [4].

1.1.2 Overview of Josephson junction technology

Josephson technology, on the other hand, shares almost the same length of history

as CMOS technology, but has had much less impact on the electronics industry, largely

because of the need of refrigeration.

1.1.2.1 Josephson junction and fabrications

The active device in superconducting electronics is a junction between two su-

perconductors with a weak link, which is weak enough to allow interference of the

electron pair wave functions. Predicted by B. D. Josephson in 1962 [5], under this

condition, electron pairs can pass through the junction without having any applied

voltage, causing a supercurrent.

It can be derived from quantum mechanics that,

I = Ic sin φ, (1.1)

VJ =
~
2e

∂φ

∂t
(1.2)

where φ is the phase difference of the wave functions across the junction, Ic is the

maximum current passing through the junction without voltage drop, called the
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Figure 1.1: The structure of a SIS Josephson junction and its typical I-V
characteristic.

criticalcurrent. In Eq. 1.2, the 2e term represents the electron pairs in super-

conductors. These two equations were first derived by B. D. Josephson and are called

the Josephson equations.

There are numerous ways to implement such a weak link between two super-

conductors, including metal or semiconductor links, grain boundaries, very narrow

constrictions, damaged regions, and, most prominently, insulating tunnel barriers.

Junctions made by superconductor-insulator-superconductor (SIS) sandwich struc-

ture, as shown in Fig. 1.1 (a), are the workhorses in superconducting electronics

because of the highly developed state and robustness. The most popular junction

technology is the Nb/AlOx/Nb technology. Two niobium films deposited on silicon

wafers are weak-linked by an aluminum oxide layer with a typical thickness of 1-2
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nm, and the critical current density depends heavily on the thickness of the junction.

A typical I-V curve of Nb junction is shown in Fig. 1.1 (b). When the bias

current is less than the critical current, there is no voltage drop across the junction;

when the bias current goes beyond the critical current, the junction switches to the

so-called voltage state with a gap voltage Vg = 2.6 mV drop across it. After that,

if we decrease the current, there is a hysteresis in the I-V curve due to the large

capacitance between two electrodes. If the junction is shunted with a resistor, the

hysteresis will be smaller. The smaller resistance value, the smaller the hysteresis.

After the first Nb/AlOx/Nb process was invented and the RSFQ logic family was

introduced, however, the situation changed dramatically. The Nb/AlOx/Nb junction

was developed by Gurvitch et al. [16]. The fabrication process was further improved

by Morohashi et al.. And X. Meng et al. [7] implemented a new approach called light

anodization such that submicron junctions with small variations are possible. The

introduction of Nb/AlOx/Nb junctions resolved most of the problems in process reli-

ability. And the high quality and excellent uniformity of the junction characteristics

enabled high-speed operation with large margins.

1.1.2.2 Switching of a single SIS junction

As predicted by the Josephson equations, the current in a junction cannot be

larger than the critical current, otherwise the junction will switch to the voltage state.

A typical Josephson junction switching process is approximately an RLC charging
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process. In this simple model, a nonlinear inductor, a physical junction capacitor,

and a junction resistor are connected in parallel, and a current source is connected

to them to supply current to switch the junction. After the current goes beyond the

critical current of the junction, the voltage across the junction tries to rise to the gap

voltage (Vg); however, the presence of the capacitor prohibits the voltage increasing

instantaneously because the capacitor requires some charging current, which comes

from the bias current minus the junction and resistor currents. If the charging time

is much longer than the LC oscillation cycle time, which is the case in typical Nb

processes, the charging time can be simply written as,

tJ =
VgCJ

Ic

(1.3)

The Ic in the denominator represents the average charging current: because of the

oscillatory current in the junction, the current that charges the capacitor can vary at

the Josephson frequency between twice the critical current and zero. So the whole

equation is simply the time to charge a capacitor up to Vg with a constant current

source Ic.

Fig. 1.2 shows the simulation results both with WRSPICE and HSPICE that

verify the analysis above. In Fig. 1.2, τon represents the time until the phase of the

junction increases one more π to get close to 3π/2, and τrise is the charging time. In

a 2.5 kA/cm2 Nb process, the charging time is 6.16 ps based on Eq. 1.3 and 6.20 ps

based on the simulation. We can see the LC oscillation on the curve, which confirms
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Figure 1.2: The WRSPICE and HSPICE simulation results for a single-junction
switching. The RC charging time (τrise) is about four times larger than the oscillation
time. And the results of the two simulators show a good consistency.
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that in this process, the period is much smaller than the switching time. The figure

also shows the consistency between WRSPICE and HSPICE simulations.

This charging process can be viewed from the perspective of the pendulum analog

[49]. In the pendulum analog, the angular velocity of the pendulum represents the

voltage and the angle off vertical indicates the current in the junction as a fraction

of Ic according to the Josephson equation Eq. 1.1.

When the angle of the pendulum is increased beyond 90 degrees by some applied

torque that represents the applied current in the Josephson junction, the pendulum

starts to roll. Due to the moment of inertia (which represents the junction capacitor),

the angular velocity (voltage) cannot increase to the gap voltage instantaneously; the

time that it takes depends on the total energy on the pendulum after it reaches

continuous rotation and how fast the applied torque can pump energy into it, in

other words, the power. The time can be written as :

tJ =
E

P
=

Ipω
2

τappliedω
⇒ CJVg

Ic

(1.4)

where Ip is the moment of inertia of the pendulum, ω is its maximum phase velocity

of the pendulum, and τapplied is the applied torque. This equation agrees with Eq.

1.3.

1.1.2.3 Circuit applications of Josephson junctions

Josephson junctions can be used in many circuit applications. Between the predic-

tion and discovery of the Josephson effect [5] and the implementation of the first Nb
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process [6] [7], Josephson technology was only employed for analog applications. The

most successful applications include, but are not limited to, SQUID magnetometers

[10], SIS mixers [11] [12], and the Josephson voltage standard [8] [9]. There were no

digital applications. There are three primary reasons for that. The first one is the

integration level. Each device on the list above is quite simple and requires only one

or a few Josephson junctions, except for the voltage standard, which requires only a

single long series array of uniform junctions. For a simple digital circuit, however, the

integration level is much higher if it is to serve a useful application. The complexity

puts great demands on fabrication variations. Given the primitive state of super-

conducting integrated circuit fabrication facilities and technologies, it was difficult to

make a large complex digital circuit.

The second reason is the logic style. Before the rapid-single-flux-quantum (RSFQ)

logic family was introduced [13] [14], the so-called voltage-state logic style ruled the

Josephson digital world. This logic style, shares the same basic idea as CMOS logic,

using voltage to represent a digital “1” or a “0”. It was faster than the CMOS logic

at that time. However, the problems with this logic are intrinsic. The main problems

are the “punchthrough” (malfunction due to random failure to reset to zero-voltage

state [15]), which limits the operating speed of a voltage-state logic circuit, and the

junction nonlinearity, which decreases the operation margins. The third one is that

it was difficult to make a high-speed cache memory at that time. As a result, IBM,

after about 15 years, stopped their big Josephson computer project in 1983, causing
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Figure 1.3: A simple RSFQ RS flip-flop. [13]

a general slowing of the research in Josephson-junction-based digital electronics.

The RSFQ (currently meaning Rapid Single Flux Quantum) logic family was

invented by K. Likharev et al. [13] and this logic family employs a new concept of

digitizing, which enables us to utilize a quantum properties of Josephson circuits and,

therefore, make faster circuits. The RSFQ signals are voltage pulses with the integral

over time being a magnetic flux quantum (Φ0 = 2.07×10−15Wb). And a typical pulse

will have 0.5 - 1 mV height and several ps duration.

Fig. 1.3 shows a simple RSFQ RS flip-flop. The J3, L J4 loop is a two-junction

interferometer with IcL = 1.25Φ0 so it can store a flux quantum. Initially, the bias

current almost all flows to J3 and it looks like there is a counterclockwise circulating

current in the loop superimposed on equal currents in J3 and J4. When a pulse

arrives on the S input, its current passes through J2 and causes J3 to switch and
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the circulating current is transferred to J4, leaving only a small current in J3. The

circulating current in the loop now is clockwise, representing a stored “1”. Then

when a pulse arrives at R, its current causes J4 to switch and resets the loop current

to counterclockwise, representing a stored “0”. All the junctions in RSFQ logic are

shunted with small resistors, therefore, the RSFQ circuits are mostly combinations of

junctions, resistors and inductors.

Both voltage-state logic and RSFQ logic can have great speed performance. Many

different logic circuits were fabricated and operated at much higher speeds than semi-

conductor circuits. The Josephson voltage-state gate performed a record of 1.5-ps gate

delay at a power dissipation of only 12 pW [18]. The world’s first Josephson micro-

processor operated at a clock frequency of 770 MHz [19]. As of 2006, the fastest small

Josephson RSFQ microprocessor worked at 15 GHz [20]. And a 15-bit ADC works

at 20 GHz sampling frequency has been designed and demonstrated [21].

1.2 Problems with CMOS technologies

After the CMOS is scaled into the short-channel region, i.e., the channel length is

less than 1 µm, short-channel effects come into play and bring many challenges and

benefits. The benefits are obvious. First of all, shrinking of the channel length and

width leads to less area consumption and, therefore, lower costs. The shrinking of area

also reduces the parasitic capacitance and, therefore, the intrinsic delay. Secondly,

the scaling includes thinning the gate oxide. The supply voltage has to be reduced
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Figure 1.4: Off-state leakage current versus channel length for 0.25 µm transistors
with different threshold voltages. [23]

accordingly because of the higher electrical field in the silicon if the voltage remains

unchanged. The voltage reduction helps a lot in power consumption. With continuing

scaling, more problems are coming as well. In order to solve the problems, new

structures and/or new materials have been proposed. The paper “The End of the

CMOS scaling” by Skotnicki, T. et al. [22] published in 2005 gives a good review on

this topic. The conclusion is that the scaling can continue this way for some time, but

it becomes more and more difficult and requires more and more research attention.

In that paper, there are still some unresolved problems.

The most important problem faced by advanced CMOS is power dissipation, espe-
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Figure 1.5: Active and standby power trends for Intels technologies. [23]

cially for deeper scaling. The power consumption for a digital CMOS circuit has two

parts. One is the static power, which is supposed to be extremely small as one of the

main benefits of CMOS technology; the other is the dynamic power, which is CV 2f ,

where C is the capacitance and V is the power supply voltage and f is the operating

frequency. When the channel length is longer than 1 µm, the static power is indeed

very small compared with the dynamic power. However, when the technology gets

more and more advanced, the static power becomes increasingly important.

The static power mainly comes from subthreshold leakage current. Subthreshold

leakage is intrinsic in silicon MOSFET operation and is related to the device thresh-
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old voltage. Subthreshold off-state leakage versus channel length characteristics are

shown in Fig. 1.4 [23]. When the supply voltage and threshold voltage is scaled down,

the subthreshold current (off current) gets larger; even with reduced VDD, the static

power increases. The active and standby power trends for Intel’s process technologies

are shown in Fig. 1.5 [23]. In this figure, we can find that the standby power for 1

µm technology was 0.01% of active power, but approaches 10% of active power in 0.1

µm technology. In the Pentium 4 processor made by Intel, the static current causes

more than 20% of the total power dissipation, even after clever circuit design in order

to minimize the leakage current.

In order to limit the increase of standby power, threshold voltages need to increase.

However, this increase strongly affects device performance because of reduced gate

over-drive. To maintain acceptable leakage values, the VT of transistors will need to

increase by more than 0.25 V. The best subthreshold swing one can make is about

60 mV/dec at room temperature, and for a 0.18 µm process, it is normal that the

swing goes up to 80 - 100 mV/dec. For a threshold voltage of 0.25 V, it means the

turn-off leakage current in a transistor is only two or three orders smaller than the

turn-on current when gate voltage is right above threshold voltage. The threshold

voltage cannot be any smaller or the static leakage current will be a disaster.

In order to maintain the circuit speed, the power supply has to be larger than

four times of the threshold voltage. And since the threshold voltage is limited by

the static power issue, the scaling of the voltage is slowing down, causing a dynamic
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Figure 1.6: Normal power density trend for CMOS digital circuits. Courtesy of
Professor Borivoje Nikonic, UC Berkeley [32].

power increase. Taking all this into account, the power consumption is a big problem

for more and more advanced CMOS technology. Since the area decreases, the power

density is even a more important problem facing by CMOS scaling.

Fig. 1.6 shows the power density trend of CMOS digital circuits [32]. If we

keep the trend, we will have to use more powerful cooling systems with a high cost

in the next five years capable of cooling the hot chips. Even worse, in the next

ten years, we may not be able to find a cooling system in order to cool down the

super-hot chips. Besides, with the scaling of supply voltage and increasing current,

the power management is becoming more and more challenging for very large scale

digital circuits like microprocessors.

With technology scaling, interconnections in CMOS circuits, both on-chip and
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off-chip, play an increasingly important role. There are two parameters associated

with an interconnection: resistance and capacitance. For an on-chip wire which is

made of copper/aluminum alloy, the resistance is in the order of 100 mΩ per square

and the capacitance is about 0.2 fF/µm2. For a long wire, the capacitance is more

important than the resistance because the resistance is much less than the equivalent

resistance of the driving NMOS or PMOS, while the capacitance is much larger than

the parasitic capacitance of the NMOS and PMOS. In order to deal with a long wire,

inverter buffers are introduced midway to minimize the delay. When the technology

keeps being scaled down, the buffers deliver more and more current, and the voltage

drop in the resistance gets larger and larger, compared with the smaller and smaller

supply voltage. And the Ldi/dt noise becomes a more series problem. Although it

may not be a big problem in the next couple of years, the interconnection eventually

will be a limiting factor for CMOS technology.

1.3 Problems with Josephson technologies

1.3.1 Refrigeration

Refrigeration has been the most important impediment to the application of su-

perconductive electronics, including Josephson-junction-based technology. Despite

efforts people have made in order to find superconductors with higher critical tem-

perature, there is no superconductor that works at room temperature. Even if one day
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Figure 1.7: The energy gap versus temperature curve for typical superconductors.
When the temperature is lower than (1/2)Tc, the energy gap is close to the 0 K value
and is not very sensitive to temperature.

a room-temperature superconductor (Tc ≥ 300 K ) should be discovered, the working

condition would have to be half of the critical temperature. The typical energy gap

versus temperature curve shows the reasons, as shown in Fig. 1.7. First of all, when

temperature is higher than half of the critical temperature, the energy gap drops,

causing lowered characteristic voltage. (The characteristic voltage is a measure of

the density of the superconductor pairs and, therefore, of all special superconductor

phenomena.) More importantly, the derivative of the gap energy with temperature is

higher, meaning that a small environmental temperature change may lead to a large

change in characteristic voltage, causing an unstable operation of circuits. Therefore,

in order to have a superconductor that would work well at room temperature, the

superconductor would require a critical temperature of at least 600 K.
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There are two basic types of refrigerators used for electronics systems working

below 150 K [24]. One type compresses a gas at room temperature, decreasing its

entropy with little change in the enthalpy, and makes it to do work at low temperature,

thus providing the desired refrigeration. The other type, so called Joule-Thomson

refrigerator, also compresses a gas at room temperature, but the gas is imperfect and

the enthalpy is decreased. The gas is allowed to expand irreversibly without doing any

work at room temperature. The gas cools then providing the desired refrigeration.

Most of the popular refrigerators like Sterling-cycle and the Gifford-McMahon-cycle

refrigerators are in the category of type one. And the Joule-Thomson type coolers are

typically used in smaller system with less than 1 W cooling capacity. The coefficient

of performance (COP) of a refrigerator is defined as the ratio of the cooling capacity

to the input power. The ideal COP is the Carnot COP where a Carnot recycle is

being performed:

η =
Tr

Ta − Tr

, (1.5)

where Tr is the refrigerator temperature and Ta is ambient temperature. However,

real refrigerators can only achieve a fraction of the Carnot COP. The typical 4 K

refrigerators only have 5% COP of an ideal Carnot refrigerator. And typical 77

K refrigerators can increase the number up to 25 %. That implies that for every

milliwatt of cooling capacity provided at 4 K, 1.5 watt of input power is required

for the refrigeration; and every milliwatt of cooling power provided at 77 K requires
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about 16 milliwatt of input power for refrigeration. Or, in other word, in order to

beat other competitors in terms of wall power, circuits based on Josephson technology

must require at least three orders less power than the competitors. In addition to the

power loss in refrigeration, the size and weight of refrigerators is a problem, especially

to portable consumer electronics. So far, no successful superconductor applications

are for portable consumer electronics.

Although the power spent on refrigeration increases the total power of a supercon-

ducting system by a factor of 1000, for superconducting circuits based on voltage-state

logic or RSFQ logic, the power consumed by the Josephson junctions is still small.

An RSFQ circuit, for example, consumes energy of IcΦ0 when pumping in or out a

quantum flux. Taking a critical current of 200 µA, operating frequency of 100 GHz,

the power consumption would be 40 nanowatts, multiplying the factor of 1000, the

input power is only 40 µW . However, that is only the power consumed by junction

switching. The junctions have to be biased and the bias current source will consume

some power. It turns out that the static bias current power is much larger than the

switching power. Some design tricks can be played in order to have a less power

hungry bias current source; however, those tricks sacrifice delay time, the operation

margin or both, and they only work for Josephson-CMOS hybrid circuits.
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1.3.2 Integration level

An important impediment to the application of superconducting digital circuits

is the low integration level, especially compared with the highly-matured very large

scale CMOS circuits. As discussed in previous paragraphs, the integration level of

superconducting circuits was extremely poor before the emergence of the Nb process.

Even after the Nb process was developed to a more advanced level, the integration

level of superconducting circuits is still much lower than that of the semiconductor

competitor. As of 2006, one single most advanced CMOS chip has more than 109

gates on it, while the most advanced superconducting chip only has about 104 gates.

Large-scale circuits require high consistency within chips, and, for acceptable yield,

chip-to-chip, wafer-to-wafer, and run-to-run consistency is needed. For CMOS cir-

cuits, the most important parameters are the threshold voltage and the physical gate

size. The lithography and doping are the most important reasons for the parameter

variations. For superconducting circuits, the most important parameter is the critical

current, which is basically determined by the size of the junction and the thickness of

the barrier. In a typical Nb process, the barrier is an approximately 1-nm-thick alu-

minum oxide made by thermal oxidation of the deposited aluminum. In other words,

the barrier only contains about several layers of atoms. Due to the exponential rela-

tionship between barrier thickness and the critical current, any small change in the

barrier thickness will cause a lot more change in the value of the critical current.

That is one of the main reasons for the low integration level. Besides thickness, the
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quality of the oxide is very important. Any defects or traps in the aluminum oxide

barrier layer will change the barrier height and, thus, the tunneling properties.

Although there are problems that limit the consistency of superconducting chips,

after years of efforts, the critical current spread has been improved substantially. For

a standard, well-developed 2.5 kA/cm2 Nb process, there have been reports that the

critical variation is less than 6 σ = 5 %. This is a very good number and even better

than the numbers for some of the most advanced CMOS processes. However, this

does not mean the integration level of superconducting circuits should be at least

as high as CMOS circuits. The reason is circuit robustness. Having the same or

better process spread, superconducting circuits still cannot achieve the same integra-

tion level as CMOS circuits, because CMOS circuits have much larger margins than

superconducting circuits. In other words, CMOS circuits, especially digital ones, are

much more robust that superconducting circuits.

As mentioned in Sec. 1.2, the voltage-state circuits have low margins due to the

switching dynamics and the nonlinearity of Josephson junctions. The punchthrough

effect, for example, is a contributor to this problem. For RSFQ circuits, there

are still limited margins, even though the junction shunt resistance suppresses the

punchthrough effect a great deal. The main reason for the small margins is the poor

fain-in and fan-out capability, especially compared to CMOS logic. For CMOS logic,

the fan-out could be any number, the only price is time to drive the following ca-

pacitance and, therefore, the large delay associated with that. The margins of the
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multi-fan-out CMOS circuit are still the same as the margins of the circuit that has

fan-out of one. RSFQ circuits, however, have different situation. The more fan-out a

circuit has, the poorer margins the circuit will have.

The lack of three-terminal devices is one of the key reasons for the fan-out problem.

Unlike a metal-oxide-semiconductor field-effect transistor (MOSFET), a Josephson

junction has only two terminals, the current flowing through the two terminals acts

as the control element, similar to the gate voltage in a MOSFET. The difference is,

for a semiconductor MOSFET, the gate capacitor isolates the interaction between

the control element and the other two terminals, at least at low frequency. While

for a Josephson junction, there is no such an isolation mechanism. Once a junction

is connected with other junctions or passive devices, the bias condition changes to

a different level, leading to lower bias margins. The other important reason is the

quantum property of the flux quantum. The output of an SFQ pulse cannot be split

into half and transmitted into the next gates. A splitter circuit must be inserted in

order to provide fanout. And this splitter circuit has lower margin for more fan-out

requirement.

1.3.3 Memory bottleneck

Memories are essential for computation and extensive efforts have been devoted

to make suitable memories for Josephson-junction-based computation systems. Ran-

dom Access Memories (RAMs) are especially critical for high-end computation. Un-
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Figure 1.8: Henkels’s nondestructive read-out (NDRO) memory cell. After [25].

fortunately, lack of a large, fast and sufficiently robust Josephson-junction-based

RAM with high bit yield has been a long-standing problem since the first Josephson

junction-based memory cell was developed by IBM in 1970’s [25] and was the main

reason for discontinuing their project in 1983.

In the following paragraphs, three important types of Josephson RAM cells will

be discussed. These are the non-destructive read-out cell developed by H. Henkels at
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IBM [25], the variable-threshold cell developed by I. Kurosawa at ETL [26], and the

vortex-transitional cell developed by S. Tahara at NEC [27].

As shown in Fig. 1.8, Henkel’s cell uses an interferometer for each of the write

and read operations, in addition to the storage loop, where information is stored as

magnetic flux. The two states of the cell are zero current, representing a “0”, and

a clockwise current, representing a “1”. A “1” is written by a coincidence of a data

current Id and control currents Ix and Iy, and removing the data current after the

removals of the control current. A “0” is written by the application of control current

Ix and Iy, and dissipating the circulating current, if any exists. The stored data is

read by a coincidence of a data current and a sense current Is. If a “1” is stored, the

sense current will be large enough to switch the read gate. If a “0” is stored, the sense

current is not enough to switch the gate. The product of the loop inductance and

the critical current must be larger than (n+1/2)Φ0 and less than (n+1)Φ0, where n

is an integer, preferably zero. If n is larger than 1, the number of stored flux quanta

may vary, causing a margin decrease of the sense gate. The main problems for this

memory cell are the half-selection problem and the large area. Half selection arises

when the column decoder and row decoder send x and y current to select a certain

cell, the other cells in the same row are half selected by x current and cells in the

same column are half selected by y current.

Kurosawa’s cell, sometimes called a variable-threshold memory cell, is a much

smaller single-flux-quantum memory cell, and is shown in Fig. 1.9. The cell consists



25

Figure 1.9: ETL’s variable-threshold memory cell. The solid line represents the
vortex-to-voltage transition region, while the dashed lines represent vortex-to-vortex
port. R2 is the damping resistor. After [26].
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of a write gate J1 composed of a three junction SQUID, a single junction J2 and the

storage loop formed by the inductance L. The word current Ix is applied to the cell as

the control current for J1 gate, and controls the maximum critical current of J1. The

critical current of J2 is chosen to be the maximum critical current when Ix = 0. The

loop inductance is designed such that the loop can barely hold a single flux quantum.

The cell changes the threshold curve depending on the presence or absence of a single

flux quantum in the cell. The stored information is defined as a “1” if there is a flux

quantum, otherwise a “0”.

For writing a “1” into a cell, Ix current is applied; if the cell stores a “1” before the

writing, nothing happens; if the cell stored a “0”, the stored flux gets lost through J1,

resulting an O-A path on the threshold curve. For writing a “0”, Iy is applied after Ix,

following a O-A-B path on the curve. This operation opens J1 causing Iy to flow to J2,

so no flux is trapped in the loop. All transitions in the writing process are vortex-to-

vortex processes, and no voltage state is involved. For the reading process, however,

Iy is applied before Ix, following O-C-B path on the threshold curve. If there is a “1”

stored, nothing happens. And if there is a “1” stored, path C-B crosses the threshold

curve, causing the cell to switch to the voltage state. Thus, the readout process is

destructive and a rewriting procedure is necessary. This cell is a little smaller than

the Henkel’s cell based on same Nb process. However, because the column and row

currents are still there, there is still the half-selection problem. Its destructive reading

process makes this cell less attractive.
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Figure 1.10: The vortex transitional memory cell demonstrated by NEC. (a) equiva-
lent circuit and (b) the threshold curve. The mode (m,n) means that m flux quantum
are stored in the data-storage loop and n flux quantum are stored in the read-enable
loop. After [28]
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The vortex-transitional memory cell shown in Fig. 1.10 performs nondestructive

read-out operations without compromising the operating margins. The cell consists

of a data-storage loop, a read-enable loop, and a sense gate. When both Ix and Iy

are positive, the junction J1 causes a flux quantum to enter the data-storage loop,

corresponding to a “0” in this cell; when both Ix and Iy are negative, there are no

flux quanta in the data storage loop, meaning a “1” in this cell. When positive Ix,

negative Iy, and a sense current are applied, the cell performs a reading operation.

If a “1” is stored, the junction J2 undergoes a vortex-to-vortex transition, and a flux

quantum is injected into the read-enable loop. So the datum can be read out by the

switching of the sense gate. The reported cell size was 55 µm × 55 µm in a 3 µm

process. And the measured margins were ±23%. The important drawback of this

memory cell array is the half-selection of memory cells.

Density is one of the main issues of Josephson-junction-based memories. All the

junction-based memory cells that have been demonstrated successfully so far consist

not only Josephson junctions, but also inductors and resistors. These passive elements

occupy a lot of area, thus limiting the density of the memory. It is normal that the

area for these passive elements dominates, so when the technology is scaled, the

area of memory cells does not shrink very much. For SQUID-based memory cell,

the situation gets even worse. When the junction size is scaled down, the junction

capacitance shrinks, so the shunt resistance has to be larger in order to make the

McCumber number less than unity [29]. Therefore, the presence of inductors and
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resistors limits the density of memories as well as the scalability. Typically the size of

a junction-based memory cell is about 50 µm × 50 µm [27] for a standard 2.5 kA/cm2

Nb/AlOx/Nb process. This size is huge compared with the size of a DRAM cell [30] or

even an SRAM cell [31] in a commercial 0.25 µm CMOS technology. And with further

technology scaling, the cell size of a semiconductor memory can be even smaller. The

area difference between a Josphson memory cell and a semiconductor memory cell is

getting larger and larger. The other problem for Josephson-junction-based memories

is the small margins compared to semiconductor competitors, especially for larger

sizes. The yield of a memory depends on its robustness of the memory cell and

peripheral circuits. CMOS logic is famous for the robustness. Furthermore, large-

scale superconducting digital circuits have low margins for two main reasons. One is

that the technology spread is not good enough for a large-scale system and the other

is the problematic intrinsic switching dynamic of any individual circuit. As of 2006,

the largest working memory was the NEC’s 4-kb memory. [44]

1.4 Thesis Overview

The CMOS and Josephson memories both have some intrinsic problems. In gen-

eral, CMOS circuits have great robustness and scalability and have already dominated

the digital world, but the power density will be a big problem in the future. Josephson

circuits, on the other hand, have great performance with less power consumed. But

the low margin and low integration level prohibit Josephson technology from being
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widely used in large-scale applications, especially for high-end computing applications.

For different applications, there are different aspects which determine which technol-

ogy is preferable. However, memory application for a high-end superconductor-based

computation system, requires high density, robustness, and good performance. One

likely solution is the Josephson-CMOS hybrid memory, in which the CMOS memory

is operated at 4 K in order to be intimately connected to the Josephson processing

circuits. This approach utilizes the robustness and high density of the CMOS tech-

nology. The signal-level differences are accommodated by the input amplification and

superconductor bit line sensors. Most importantly, it is so far the only likely memory

solution for a high-end computation system.

In this dissertation, the design and demonstration of the hybrid memory will be

addressed as follows. Chapter 2 presents the low-temperature semiconductor physics

and CMOS characteristics, and a 4 K BSIM 3 model is established in order to simu-

late the hybrid circuits. Designs and simulations are discussed in Chapter 3. Every

circuit in the hybrid memory system is studied by simulation and final optimization

is discussed. All measurements are presented in Chapter 4; both low-frequency func-

tionality tests and high-frequency delay measurements are shown. Chapter 5 discusses

future hybrid memories and concludes this dissertation.
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Chapter 2

Short-Channel MOSFETs at

cryogenic temperatures
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2.1 Introduction

The hybrid memory is the most promising solution for the superconducting mem-

ory problem. The semiconductor-superconductor hybrid, or more specifically, the

CMOS-Josephson hybrid circuit solution, is based on the performance of two tech-

nologies. In order to achieve a compact hybrid, which means to put two types of

circuits together to minimize the interconnection degradation, the CMOS circuits

must be cooled to the temperature at which the superconducting circuits can work

well, which is 4 K for Nb Josephson circuits. There then arises the following questions

about 4 K CMOS: Does 4 K CMOS work at all? Are we able to develop new models

to successfully represent CMOS at extremely low temperature? Fortunately, answers

to these questions are yes, and we can use low-temperature CMOS to build our hybrid

memory. And all these questions will be answered in detail in this chapter.

Low-temperature CMOS is not a new research topic. There are many applications

that require CMOS circuits to be operated at low-temperature. And even CMOS

design designers and device engineers have done research on low-temperature CMOS

for the purpose of performance upgrade. However, due to the convenience of using

liquid nitrogen, compared with liquid helium, most low-temperature CMOS research

was done with liquid nitrogen at 77 K. Only a small fraction of low-temperature

CMOS research was based on liquid helium, which has a boiling temperature of 4.2

K. Besides, for most previous low-temperature CMOS research, the focus was on

long-channel CMOS devices and circuits, because of the process limitation at that
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time.

In this chapter, important parameters of MOSFETs at low temperatures will be

studied both theoretically and experimentally. For experiments, the samples were

fabricated using the CMOS-8 0.25 µm and CMOS-9 0.18 µm (twin well) processes

provided by National Semiconductor Corporation (NSC). The minimum size of a

transistor using CMOS-8 0.25 µm process is 0.25 µm × 0.3 µm. For our experi-

ments, both NMOS and PMOS devices with short channel lengths (0.25 µm) and

long channel lengths (10 µm) were fabricated on a test chip. Static I-V characteriza-

tion was carried out on these discrete devices at room temperature and at cryogenic

temperatures (77 K and 4.2 K), and the dynamic properties are studied as well. A

comprehensive understanding of 4 K short-channel CMOS will be addressed, both

from the device-physics point of view and the circuit-design point of view, and we es-

tablished a complete 4 K BSIM3 model for a commercial CMOS process and verified

it by experiments.

2.2 Steady-state carrier properties at 4 K

In conventional silicon MOSFETs, n-channel and p-channel devices are doped

with boron and phosphorus, respectively. Both phosphorus donor levels and boron

acceptor levels are located about 45 meV from the corresponding band edge. At

room temperature, thermal energy is large enough to excite electrons or holes into the

conduction band or the valence band, in a short enough time, leaving behind ionized
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Figure 2.1: Ionized impurity fraction versus temperature in nondegenerately boron-
doped silicon. [33]

impurities. The carrier concentration as a function of temperature is easily determined

by computing the charge neutrality condition in doped silicon. A calculation of the

ionized acceptor concentration in non-degenerate boron doped silicon (2.8×1016cm−3)

is illustrated in Fig. 2.1 [33]. As the temperature drops below 100 K, the ionized

impurities act as shallow traps; due to the decrease of thermal excitation energy,

carriers begin to occupy these shallow levels. As the temperature keeps decreasing,

there are fewer and fewer carriers staying in the bands until at 0 K, when there are

no carriers remaining in the bands; this is known as carrier freeze-out. According to

the temperature, the freeze-out can be categorized into two regions, strong freeze-

out and weak freeze-out. Weak freeze-out happens between about 30 K to 100 K,
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when the thermal energy is somewhat weak, after some short time (often called dwell

time), carriers can pick up enough thermal energy to escape from the trap. Note

that this is a dynamic process, meaning there are some carriers being trapped back

to the donor/acceptor levels at the same time. Strong freeze-out, on the other hand,

happens when temperature is below 30 K. At such a low temperature, the thermal

energy is very low and carriers have to wait a long dwell time in order to pick up

enough energy to escape the trap, which makes the ionization practically impossible.

Theoretical calculation indicates an exponential relationship between dwell time and

temperature. [34] For example, the dwell time for 25 K is as large as one second, and

the dwell time for 10 K is about 1016 seconds!

However, for devices at extremely low temperature, hard freeze-out is not im-

mutable, the situation can be changed by an applied electrical field. In a frozen-out

MOSFET, the application of a field of sufficient strength can induce ionization of

trapped carriers and depletion-region formation. Two types of field-dependent ion-

ization are possible. One mechanism is Poole-Frenkel ionization [35]. Consider a

carrier trapped in a shallow level. With no field applied, the trapped carrier is in a

funnel shaped potential with a certain ionization energy. When a field is applied, the

potential well tilts and the barrier to thermal ionization is lowered, which makes it

easier for the carriers to escape the potential well. The change in the magnitude of

the barrier depends entirely on the field and can be calculated. [35] This mechanism

does not provide energy to carriers, but only helps to lower the potential and there-
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fore to lower the dwell time to a small value corresponding to the applied field. The

other possible field-dependent ionization mechanism is tunneling. As in the case of

field-assisted thermal ionization, an applied field alters the funnel-shaped potential

presented to the trapped carrier; at some sufficient field strength, the carrier is able to

tunnel through the barrier into the band and be swept away by the field. Tunneling

is a weakly temperature-dependent process, and can thus be labeled as field-induced

ionization.

In a 0.25 µm CMOS process, the minimum channel length of a MOSFET is about

0.2 µm and the supply voltage is 2.5 V, which gives a field of 1.25 MV/m. In this field,

the shape of the potential well is tilted greatly and the tunneling effect is dominant.

Since the tunneling process is a weakly temperature-dependent process, the ionization

could be considered as temperature independent. That explains why there are still

depletion regions under gates of MOSFET’s, even at 4.2 K.

With sufficiently high doping, no freeze-out occurs. When the doping level is so

high that the energy levels are degenerate, the carriers do not need to pick up thermal

energy to escape from the impurity ions. This is often called a Mott transition, where

a semiconductor turns into a metal-like conductor and all the carriers are totally free

like electrons in metals. An intuitive explanation for this effect is that the impurity

level is so high that the effective electron radii are increased enough to interfere to

each other, resulting in lower required energy to escape from the potential. The

doping level where the Mott transition [36] happens varies with doping materials as
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Figure 2.2: Electric fields in an NMOS transistor with gate and drain voltages applied.
Only a small region under the gate is frozen-out-free region due to the field induced
ionization.

well as with semiconductor materials. For silicon doped with boron and phosphorus,

this transition doping level is about 1018cm−3. Source and drain regions in a modern

CMOS process are doped higher than that; therefore, the low temperature has little

effect on those regions.

Fig. 2.2 shows a cross section view of a traditional submicron MOSFET with

gate and drain voltages applied. Most of the substrate is frozen-out and only the

substrate under the gate benefits from the field-dependent ionization. The frozen

substrate forms a perfect isolation between different on-chip circuits and effectively

prevents circuits from suffering from the latch-up effect (the inadvertent creation of

a low-impedance path between the power supply rails that causes latching of, for

example, an inverter into the always-conducting state), which bothers most 300 K
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Figure 2.3: Band diagram of a n-type MOSFET biased at threshold voltage. The
substrate semiconductor at the interface “looks” like the same n-type as the bulk
substrate semiconductor “looks” like p-type.

circuits with submicron devices and requires more precaution in design.

2.3 Threshold Voltage

As one of the most important parameters of a MOSFET, its threshold voltage

is defined as the lowest gate voltage at which an inversion region forms in the sub-

strate (body) of the transistor. In an NMOS device, the substrate of the transistor is

composed of p-type silicon which has more holes than electrons. When a voltage is

applied on the gate, the electric field causes electrons in the substrate to become con-

centrated at the surface region between the gate oxide and the substrate. Threshold

voltage is the gate voltage at which the concentration of surface electrons becomes
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equal to that of the holes in the bulk; an inversion region is created as the voltage

increases. In terms of energy bands, inversion happens when the surface fermi level

(Ef )is higher than the intrinsic level (Ei), and the potential difference is the same as

the difference between the intrinsic level and the Fermi level in the bulk p-substrate,

as shown in Fig. 2.3.

Based on the definition, the threshold voltage of an n-type MOSFET can be

written as

VT = VFB + 2ϕs +

√
2εsqNa(2ϕs + VSB)

Cox

, (2.1)

where VFB represents the flat-band voltage, which is the work-function difference be-

tween gate material and the substrate; the 2ϕs term represents the voltage difference

that switches the Fermi level and the intrinsic level; and the third term indicates how

much depletion charge is on a gate oxide capacitor, where VSB is the source to bulk

voltage. In these three terms, the flat-band voltage is a weak function of temperature,

and the other two terms are strong functions of temperature due to the relationship

between surface potential and temperature.

ϕs =
kT

q
ln(

Na

ni

) (2.2)

ni =
√

NcNve
− Eg

2kT (2.3)

In Eq. 2.2, note that although it is not absolutely right to assume that all dopant
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impurities are ionized at any given temperature, it is still valid for the case where

there is a gate voltage applied to help the ionization, even at 4.2 K. Consider the

temperature coefficient of the surface potential,

dϕs

dT
=

kT

q

ni

Na

dni

dT
+

k

q
ln(

Na

ni

) (2.4)

Because ni is a stronger function of temperature, the kT/q term does not dominate

in dφs

dT
. Thus the surface potential has a negative temperature coefficient, which is

the main part of the threshold-voltage temperature coefficient. In the band diagram,

the Fermi level of a p-type semiconductor goes down when the temperature goes

down, representing an increasing surface potential. When the temperature decreases

to extremely low values, the Fermi level merges with the valence band and stops

there [33]. The surface potential at that temperature is then Eg/2. Therefore the 4

K threshold voltage of a n-type MOSFET can be written as

VT = VFB + Eg +

√
2εsqNa(2ϕs + VSB)

Cox

≈
√

2εsqNa(2ϕs + VSB)

Cox

(2.5)

The first two terms cancel out if an n+-poly silicon is used as the gate material,

which is a typical situation in modern CMOS process.

The threshold voltage of a p-type MOSFET is

VT = VFB − Eg −
√

2εsqNd(2ϕs + VBS)

Cox

(2.6)

and in a typical modern process, p+-poly is used as the gate material, ending up with

PMOS and NMOS threshold voltages, symmetrical about zero.
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Due to the increase of the surface potential at low temperature, an increase in

NMOS threshold voltage is expected. And at 4 K, it is expected that the threshold

voltage is proportional to the square root of the doping level. Due to the symmetry,

the threshold voltage of a PMOS is decreased.

In experiments to measure the threshold voltage, it is defined differently for long-

channel devices and short-channel devices. And because of the square law of MOS-

FET current, the threshold voltage of a long-channel device is often extrapolated from

an I-V curve with VDS = VGS. However, due to short-channel-effects, this method is

not valid in short-channel devices. Instead, people use the constant-value definition

(the gate voltage at which the drain-source current is equal to 300 nA/µm). In this

chapter, traditional square-law extrapolation method is used to extract the threshold

voltage of long-channel devices and the constant-value definition is used to define

threshold voltage for short-channel devices.

Fig. 2.4 shows the measured threshold voltages for two different devices at different

temperatures. Both long-channel and short-channel n-type MOSFETs suffer from

threshold-voltage increase at low temperatures. And threshold voltages of short-

channel devices are smaller than those of long-channel devices. This is well known as

the short-channel effect, and it can be explained by a simple model proposed first by

Yau [37]. For short-channel devices, because the channel length becomes comparable

to the depletion width, some modifications need to be made to compensate this

geometrical effect. The basic idea follows. The qualitative analysis considers the
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Figure 2.4: Threshold voltages of N-type MOSFETs at different temperatures.

depletion charges distributed evenly inside a cube with the size W, L, Wd, where W

and L are the width and length of the gate and Wd is the depletion width. This model

is just too simple. Yau proposed that the depletion charge area is not an exact box

underneath the gate; instead, it is a box without upper corners. Therefore, there will

be a threshold reduction written as

∆VT =
qNAWdXj

CoxL
(

√
2Wd

Xj

+ 1− 1), (2.7)

where Xj is the junction depth.

Threshold voltage variation is critical to very-large-scale integrated circuits (VLSI),

especially for low-voltage operations. As the technology scaling continues, it is more
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and more difficult to maintain small threshold-voltage variation. Due to the difficulty

of making a low-temperature automatic probe station, there are no statistical results

for 4 K threshold-voltage-variations. However, about 20 devices with same design

size have been measured at room temperature as well as at 4 K manually. Although

the sample number is too few to make a statistical argument, we still can conclude

tentatively that the 4 K variation is at least not worse than that at room temperature.

2.4 Mobility and velocity saturation

Carrier mobility is very important in device performance. It determines how

fast an electron or a hole can move for a given electric field. Consider a carrier is

moving in a forrest of lattice atoms, and an electric field is applied to accelerate it.

According to Newton’s law, the carrier will speed up until the field is turned off.

However, due to the lattice environment, the carrier will suffer loss of momentum.

After several collision and acceleration processes, the carrier velocity remains stable

and the momentum gained from the electric field gets totally lost due to the scattering.

At high temperatures, the relaxation time is approximately equal to the collision

time, while at low temperature, the relaxation time can be many times longer than

the collision time. Therefore,

Eqτ = m∗v (2.8)
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µ =
v

E
=

qτ

m∗ , (2.9)

where m∗ is the effective mass of the carrier. From the above equations, the mobility

of a carrier in a semiconductor depends on the effective mass and the time between

two scattering events, the collision time. The effective mass depends on the periodic

potential wells, which is basically the lattice structure; and the collision time depends

on not only the lattice structure, but also other parameters, such as impurity doping

level, defects, and surface roughness, etc.

When temperature changes, the mobility of the carriers changes. It is easy to

understand intuitively that decreasing temperature lowers the lattice vibrations and,

therefore, decreases the possibility of a collision event (phonon scattering), which is

one of the main reasons of the mobility increasing. Fig. 2.5 shows the measured mo-

bility versus applied gate voltage, at different temperatures. At room temperature,

the phonon scattering and the surface roughness scattering are the two main mecha-

nisms limiting the carrier transport, as shown in the room temperature curve in Fig.

2.5. As gate voltage increases, electrons get more involved with the surface scattering;

therefore, the mobility drops. At low temperatures, especially at cryogenic temper-

atures, the thermal vibrations of lattice are so small that phonon scattering is not

a dominant limiting factor. Instead, Coulomb scattering becomes more important.

That is the reason at low temperature the mobility curve increases dramatically with

the gate voltage when it is small. When the gate voltage is large enough to attract
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Figure 2.5: The measured low-field mobility of electrons in NMOS devices at different
temperatures.
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more and more electrons to the surface, the surface roughness scattering kicks in and

play an important role to limit the mobility. On average, the mobility at 4.2 K is more

than 10 times higher that that of room temperature, which suggests advantageous

high-speed operations at 4 K.

The mobility measured in last section is the carrier drift characteristic at low

electric field. At higher field, the drift velocity saturates. And the velocity can be

simply modeled in an empirical model
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v =
µeffE

1 + (E/Esat)
, when E ≤ Esat (2.10)

v = vs, when E ≥ Esat (2.11)

As the technology is advancing, the applied field along the channel is getting

larger and larger. For a modern CMOS process, the velocity saturation happens

earlier than in less advanced processes. It is the velocity saturation that limits the

speed performance of a transistor, rather than the low-field mobility. Unlike the

mobility, the saturation velocity increases only by about 50% from 300 K to 4 K, and

limits the drain current, as shown in Fig. 2.6. The velocity saturation occurs when

the field is so high that the optical phonon interaction is dominant. The saturated

velocity can be written as

vsat ∝
√

Ep

m∗ , (2.12)

where Ep is the optical phonon energy and m* is the effective mass of electrons.

The optical phonon energy increases when temperature decreases, and it increases

slowly. That can explain that the improvement of velocity saturation at 4 K is not

as phenomenal as the improvement of the low-field mobility.
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Figure 2.7: Measured I-V curves of a long-channel NMOS device at different temper-
atures. The saturation current at 4 K increases by a factor of three, compared with
the one at room temperature due to the facts that the mobility increases dramatically
and the velocity saturation occurs late.
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Figure 2.8: I-V curves of a short-channel NMOS device at different temperatures.
The saturation current at 4 K increases by only 40% above that at room temperature
due to the fact that the velocity saturation occurs early.
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2.5 I-V characteristics

Both long-channel and short-channel devices were measured and the I-V curves

are plotted in Fig. 2.7 and Fig. 2.8 at different temperatures. For long-channel

devices, the drain current increases by a factor of 2.5 from 300 K to 4 K, benefiting

from the higher low-field mobility. Note that although the low-field mobility at 4 K

is more than 10 times larger than at room temperature, the high-field mobility does

not benefit very much from low temperature. That explains why low-field mobility

goes up more than 10 times while the drain current goes up less than 3 times. For

short-channel devices, however, the applied field is higher than the saturation field

and the velocity saturation limits the current performance of the devices. The drain

current therefore increases only about 50% from 300 K to 4 K.

2.6 Subthreshold current

The basic assumption of the MOSFET analysis is that no inversion layer charge

exists below the threshold voltage, so there is zero current below threshold. The

actual subthreshold current is not zero but reduces exponentially below the threshold

voltage. The subthreshold behavior is critical for dynamic circuits since it determines

the static power and retention time of a dynamic memory cell.

The subthreshold current is caused by diffusion of inversion charge existing in

weak inversion. Since drift is negligible, we can calculate the subthreshold current as:
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Id ∝ dQinv

dy
≈ Qinv(y = 0)

L
(2.13)

Qinv = q
√

εs/2qNaϕs
n2

i

Na

eqϕs/kT (2.14)

Id = kTDn
W

L

√
εs/2qNaϕs

n2
i

Na

eqϕs/kT (2.15)

From the above equations, we see that the subthreshold current depends heavily

on the surface potential ϕs. In general, from Poisson’s equation applied to a MOS

capacitor, the surface potential has a relationship to the gate voltage,

∆Vg

∆ϕs

= 1 +
Cdep

Cox

, (2.16)

where the Cox and Cdep are gate oxide capacitance and depletion capacitance under

the gate, which form a capacitive voltage divider. Therefore, if we define an inverse

slope on a log-linear scale I-V curve (swing) as a performance metric, we find that

this metric is temperature dependent as,

S ≡ (
d(logId)

dVg

)−1 = ln(10)
kT

q
(
dϕs

dVs

)−1 = ln(10)
kT

q
(1 +

Cdep

Cox

) (2.17)

The key point for a minimized swing is to minimize the depletion capacitance.

However, the kT/q term limits the swing at certain temperatures. At room tempera-

ture, the best device one can make has a swing of 60 mV/dec (assuming zero depletion
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Figure 2.9: MEDICI simulation of subthreshold characteristics of an NMOS device
at different temperatures.
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Figure 2.10: Measured subthreshold characteristic of an NMOS device at different
temperatures. The subthreshold swings at 4 K and at room temperature are 9.6
mV/dec and 75 mV/dec, respectively.

capacitance), and modern processes typically end up with swing in the range of 70

mV/dec to 100 mV/dec. Devices with subthreshold swing larger than 100 mV/dec

are considered as bad devices with excessive leakage current.

Subthreshold current is probably the most important limiting factor that impedes

low-voltage (therefore, low-power) operation of modern CMOS circuits at room tem-

perature, without speed performance degradation. It is especially important to keep

the subthreshold current small for large-scale memory applications. For example, even

1 nA leakage current in a single memory cell gives a total 1 A leakage current for a one

gigabit memory system! Many research efforts have been made in order to minimize
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the subthreshold current, both device-wise and circuit-wise. [38][39] However hard

people work toward a smaller subthreshold swing, the kT/q term sets a limit. How-

ever, low-temperature operation can easily decrease this number to a much smaller

one that results in essentially zero leakage current. MEDICI (a synopsys R©computer

program to simulate the semiconductor devices) simulation results of subthreshold

behaviors for different temperatures are shown in Fig. 2.9, the simulated results con-

firm the analysis above. Also, experimental log-linear scale I-V curves are plotted in

Fig. 2.10 for room temperature and 4 K. In our experiments, the subthreshold swing

at 4 K is about 10 mV/dec.

Although this swing is small enough to suppress the leakage to zero, it is much

higher than the predicted value, which is around 1 mV. One of the main reasons

is that the assumption we made in the analysis that the current is mainly diffusion

current is not true at 4 K. The diffusion current at 4 K is so small that the small

drift current becomes dominant. Also, quantum effects and 2D electron gas (2-DEG)

effects arise in the inversion layer of the MOSFET at low temperatures [40], which

bring in more current components that effectively increase the subthreshold swing.

One very important effect of smaller subthreshold swing is the essentially infinite

retention time of a DRAM cell. Our collaborators at Yokohama National University,

measured the memory retention time at both room temperature (300 K) and liquid

helium temperature (4 K) [42]. The 3-T memory cell’s retention time at 300 K is about

several seconds while the retention time at 4 K is more than 24 hours according to
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their experiments. And they also measured retention time at different temperatures,

the retention time versus temperature curve is plotted in Fig. 4.8 and the extrapolated

retention time at 4 K is estimated at 10482 years.

2.7 MOSFET Capacitance

Capacitances of MOSFETs are of great importance for their operation, especially

for digital circuits and high-frequency operation of analog circuits. Low-temperature

capacitances, therefore, attract a lot of research interest. The research on MOSFET

capacitances at low temperatures helps not only to build a complete low-temperature

model for CMOS, but also to understand the low-temperature physics in MOSFETs.

2.7.1 Gate capacitances

The gate capacitance of a MOSFET constitutes the input capacitance and, there-

fore, has a large effect on the speed of the digital circuits. Fig. 2.11 is the curve of

the gate capacitance measurement at various temperatures. All the measurements

were done by the HP E4980A LRC meter controlled by a computer. The resolution

of the LRC meter is about 1 pF, which is the reason we used a very large NMOS

(W = L = 100 µm) to make sure the capacitance was in the measurable range. The

room-temperature gate capacitance (as in the inversion region or accumulation re-

gion), according to the NSC’s parameter table, is supposed to be about 60 pF with a
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5% variation, which fits well with our experimental results.

One can tell from the curve that in the accumulation region and depletion region,

gate capacitance decreases with temperature when the temperature is below 77 K,

and there is little difference of gate capacitance in the inversion region for different

temperatures. The physics behind the phenomena can be explained as follows. In

the accumulation region, the mechanism of gate capacitance is that the holes are gen-

erated by the thermal excitation right at the surface of the interface between silicon

bulk and oxide, the capacitance then is equal to the oxide parallel-plate capacitance.

However, when temperature drops, the thermal excitation gets weaker and weaker,

and field-induced ionization is very weak in the bulk region. Fewer and fewer holes are

generated until the number of holes cannot respond to the voltage variation, which

means the capacitance gets smaller. In the depletion region, the capacitance is the

parallel-plate capacitance in series with the depletion capacitance. When the temper-

ature drops, the depletion width increases (due to the surface-potential increase as the

temperature drops). Therefore the total capacitance decreases. As to the inversion

region, the mechanism of the capacitance is the inversion carriers’ movement. The

inversion carriers, electrons, are collected from the heavily doped source and drain

regions in spite of the change of the temperature. So the temperature does not affect

the capacitance in inversion region.
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2.7.2 Drain and source capacitance

Drain and source capacitances are typically the circuit output parasitic capaci-

tances. They are PN diode capacitances, which show bias-voltage dependence. The

PN diode capacitance is determined by the depletion width, and the depletion width

is increased when temperature drops. For NSC’s 0.25 µm process, the MOSFETs’

source and drain are so heavily doped that they don’t freeze out even at 4 K, so their

low-temperature capacitance is basically determined by the low-temperature proper-

ties of the substrate. Fig. 2.12 shows the C-V curves of a PN junction at different

temperature, 4 K, 77 K, and 300 K, respectively. The experimental results fit the

theoretical results (CV 2 = constant). Since 77 K is still in the weak frozen-out region,

the substrate at 77 K is still acting as a conductor. At 4 K, however, the substrate is

totally frozen out and the capacitance is therefore extremely low. All the flux lines

are looking for paths to real ground, so the capacitance is no longer the depletion

capacitance. Instead, the capacitance is the capacitance between the drain/source

and the closest ground.

For CMOS digital circuits, gates are mostly biased at positive voltages so the gate

capacitance at 4 K is not different from the room-temperature value. Drain/source ca-

pacitances, on the other hand, are at least 10 times smaller than the room-temperature

values. And for a typical modern CMOS process, at room temperature, the gate ca-

pacitance is about the same as the drain/source capacitance. Therefore, the 4 K

total capacitance is about half of the room-temperature total capacitance, assuming
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Table 2.1: The most important model parameters at room temperature and at 4 K

Model parameters 300 K value 4 K value

VTH0 (Threshold voltage) 0.329 0.508

U0 (Mobility) 331 802

vsat (saturation velocity) 133,450 180,541

cj (junction capacitance) 2.040547e-10 2.040547e-11

RDSW (series resistance) 139 145

a fan-out of 1.

2.8 A complete BSIM model for 4 K CMOS dig-

ital circuits

In order to simulate our CMOS circuits, a 4 K CMOS model is necessary, because

no commercial simulators allow setting temperature down to 4 K. (Most of them

allow temperature down to 100 K.) The solution is to modify the room temperature

BSIM-3 model file according to our experimental data. By doing this, the simulator

will treat low-temperature CMOS circuits as room-temperature ones with a different

model. We established complete BSIM-3 model on this basis. Important parameters
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Figure 2.13: Measured and simulated I-V curves of an NMOS device at 4 K. The
dots are measured results and the lines are the simulation results based on the new
4 K model. Although there are some mismatches, for digital circuit simulation, the
simulated curves fit the measured ones very well.

are changed accordingly as shown in Table 2.1.

Among those parameters, the threshold voltage, the capacitance values, and the

velocity saturation are based on experiments. The series resistance value is not based

on experiments. Instead, it is extracted by fitting the measured I-V curves with

simulated ones. The simulated and measured I-V curves are plotted in Fig. 2.13.

I-V curves are not enough to verify the new 4 K model. An inverter-based ring

oscillator circuit was designed and tested at both room temperature and 4 K, and

simulations based on the room-temperature model as well as the 4 K model were



62

0.6 0.8 1.0 1.2 1.4 1.6 1.8 2.0 2.2 2.4 2.6 2.8

100

1000

0.6 0.8 1.0 1.2 1.4 1.6 1.8 2.0 2.2 2.4 2.6 2.8

100

1000

0.6 0.8 1.0 1.2 1.4 1.6 1.8 2.0 2.2 2.4 2.6 2.8

100

1000

0.6 0.8 1.0 1.2 1.4 1.6 1.8 2.0 2.2 2.4 2.6 2.8

100

1000

@77 K
 @ 

 @ 300 K
 300 K simulation
 4.2 K simulation

Supply Voltage (V)

 

 

In
v
e
rt
e
r 
D

e
la

y
 (
p
s
)

~ 15 % deviation

  

 

 @ 4.2 K

Figure 2.14: Ring-oscillator measurements and simulation results at different tem-
peratures. The simulation results at room-temperature and at 4 K are based on the
room-temperature model and the newly developed 4 K model. The 15% deviation is
considered as fairly good agreement, even at 300 K.
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carried out. The ring oscillator consists of 30 identical inverters and one NAND gate

in series; one of the inputs of the NAND gate is connected with the output of the

last inverter and the other input of the NAND gate is left as the trigger input of the

oscillator. When the trigger input is high, the ring oscillator starts to oscillate with a

frequency controlled by the supply voltage. The inverter versus supply voltage curve

is shown in Fig. 2.14. The 4 K operation increases the speed of the ring oscillator by

about 50%, according to both the simulations and the measurements. The simulation

results based on the new 4 K model fit well with the measurements. Since inverters

are the most elementary logic circuits, we can conclude that the new 4 K CMOS

model works well for digital circuit design.

In digital circuit design, in order to achieve the best speed performance for a large

and complicated circuit, the “logical effort” approach [41] has to be used. The basic

idea is to minimize the total delay by sizing every stage of the circuit such that the

delay for each stage is the same. For 4 K CMOS digital circuits, this approach is still

valid. The only difference is that the ratio of “self-load” capacitance (drain/source

capacitance) to the intrinsic capacitance (gate capacitance) at 4 K is almost zero while

the room temperature value is about unity for a typical modern CMOS process. The

consequence is that the optimum fan-out for 4 K CMOS circuits is 2.78 rather than

3.6 for room-temperature CMOS circuis. All design procedures remain the same.

One more comment about our 4 K CMOS model is that the model works fine for

digital circuits, but not well for analog circuits. In analog circuit design, important
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parameters are ro = ( dIds

dVds
)−1, gm = dIds

dVgs
, which are differential parameters. Although

our model can fit I-V curves rather well, it is hard to make it fit those differential

parameters. For analog circuits at 4 K, very few published designs are available and

most of published results are based on empirical design. [43]

2.9 Power consumption of CMOS digital circuits

at 4 K

Power consumption of digital circuits is becoming more and more important, as

discussed in Chapter 1. As the technology is scaled to below 100 nm, the power

density problem is increasly severe. Power consumption of a digital circuit consists

of dynamic power and static power. The dynamic power is the power consumed on

charging capacitors, and can be written as Pdyn = CfV 2
DD; the static power depends

on the subthreshold leakage current and can be written as Pst = IleakVDD. In long-

channel devices at room temperature, since the leakage current is small and most of

the power is dynamic. However, for a typical modern short-channel CMOS process,

the subthreshold leakage current cannot be ignored. The static power can be higher

than 30% of the total power, which is a critical problem for modern CMOS digital

circuits. The 4 K operation, however, can easily eliminate the 30% static power

because of the sharp subthreshold slope.

Consider as an example, a digital system having at 300 K 30% static power and
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70% dynamic power consumption cooled to 4 K with the same supply voltage, and

assuming the speed is boosted by 50%. The total power consumed at 4 K can be

written as

P4K = C4Kf4KV 2 + Pst,4K =
C300K

2
f300k × 1.5× V 2 + 0

=
1.5

2
× 0.7P300K ≈ 1

2
P300K (2.18)

So the 4 K operation can lower the total power consumption by a factor of 2, even

at a 50% higher speed.

2.10 Special low-temperature CMOS processes tar-

geting low-voltage high-speed operation

We have shown that 4 K digital circuits using commercial CMOS process can

achieve better speed performance and lower power consumption. More improvements

can be obtained if the CMOS process is specially designed for 4 K operation.

In order to achieve optimized threshold voltage, one has to trade off between

subthreshold leakage and speed. To get reasonably controlled leakage, the threshold

voltage should not be less than three times the subthreshold swing; to get reasonable

speed, the supply voltage should not be less than four times threshold voltage. If we

follow these two rules to design the 4 K CMOS devices, the threshold voltage can

be as low as 30 mV, and the supply voltage can be as low as 120 mV. Because of
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the 10 times higher low-field mobility, 120 mV supply voltage does not degrade the

speed performance very much. Considering only the quadratic relationship between

dynamic power and supply voltage, this low-voltage 4 K CMOS process would de-

crease the dynamic power by a factor of more than 100, compared with a regular

room-temperature CMOS process! And the speed would remain almost the same!

However, there are two main limitations on the threshold voltages. The first limi-

tation is the channel punchthrough effect. The main approach for a smaller threshold

voltage is to decrease the channel doping level, according to Eq. 2.4. However, if the

channel doping level is too small, the depletion width of the junctions between the

source/drain and the body will be large enough that the two depletion regions will

merge together, causing a large drain-source current at higher drain-source voltage.

This effect is called punchthrough and can only be prevented by increasing the chan-

nel doping level. The second limitation for small threshold voltage is the spread of

threshold voltages. In modern CMOS processes, the spread of threshold voltages at

room temperature can be as high as 20% and most contributing factors are not tem-

perature scalable. For example, one important factor that causes threshold spread is

trapped charges. Those charge sitting inside the silicon oxide between gate material

and channel silicon. They contributes Qtrap/Ctrap to the total threshold voltage. The

spread of these charges contribute to the spread of threshold voltage. Since these

charges do not go away or decrease in value at low temperatures, the 4 K operation

does not reduce the spread caused by these charges.
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Table 2.2: Comparison of room-temperature CMOS and 4 K CMOS

Metrics 300 K CMOS 4 K CMOS Special 4 K CMOS

Speed Fast Faster Faster

Robustness Good Better Better

Power consumption Low Lower Much lower

Reliability Good Good Good

Even with these limitations, it is still possible to make the threshold voltage as

low as 100 mV and supply voltage as low as 400 mV without having punchthrough

in channels or having unacceptably high threshold variations. This newly designed

CMOS process would bring a power consumption improvement by one order of mag-

nitude, compared with the regular room-temperature CMOS process.

2.11 Conclusion

Low-temperature operation of commercial room-temperature CMOS not only

functions well, but also boosts the performance of digital circuits by providing more

on-current, essentially zero off-current, and smaller parasitic capacitances. We have

studied the devices and circuit characteristics of a commercial CMOS process, with a
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complete 4 K model. A specially designed 4 K CMOS process with smaller threshold

voltage and supply voltage can further improve the performance, especially the power

consumption. Table 2.2 compares the three situations. Of course, the specially de-

signed 4 K CMOS is the best among those three, but the commercial CMOS operated

at 4 K is good enough for proof of the concept of the hybrid memory system. All

designs and simulations in the next chapter are based on commercial CMOS operated

at 4 K. And we will lay down a foundation for the design of a hybrid memory system.
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Chapter 3

Design and simulation of a hybrid

memory system
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Figure 3.1: The system block diagram of a 64-kb Josephson-CMOS hybrid memory
system. The memory core and decoder are fabricated in a commercial CMOS technol-
ogy, the current sensors are fabricated by a standard Nb technology, and the interface
circuits involve both technologies. The memory cell is the traditional 3-transistor
DRAM cell, which works as a static memory cell at 4 K due to zero subthreshold
leakage currents.

3.1 Overview of Hybrid Memories

Due to the density and yield problems, there is so far no successful superconduct-

ing memory larger than 4 kb [44]. The Josephson-CMOS hybrid memory idea was

proposed [17] to solve the problem. The main idea of “hybrid” is to use high-density

charge-storage MOS memory cells and access them by high-speed low-power super-

conductive devices, which takes advantage of the best features of each technology.
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Fig. 3.1 shows the system block diagram of a 64 kb hybrid memory. As shown in

Fig. 3.1, in a Josephson-CMOS hybrid memory, data storage and address decoding

are implemented in CMOS technology, and the CMOS memory communicates with

the superconducting CPU via input interface circuits and current sensor outputs. An

interface circuit transforms SFQ pulses that come from a superconducting CPU to

CMOS digital signals. A current sensor carries the same responsibility as a sensor

amplifier in a semiconductor memory system, sensing the data stored in the memory

with the output being an SFQ pulse.

In order to solve the long-standing memory bottleneck faced by superconducting

digital electronics, the proposed hybrid memory must have advantages over Josephson

memories in terms of capacity density, robustness, and speed. For a hybrid memory,

the CMOS part is extremely dense, as we discussed before, and is scalable. Notice

that the area of memory cells is the dominant part, hybrid memory wins in terms

of density. The CMOS logic family is well known for its robustness; the interface

circuit and the current sensor are not as strong as CMOS digital circuits, however,

with careful design, we can achieve acceptable robustness. And the robustness of the

hybrid memory is higher than Josephson memories. As for speed, although CMOS

logic is slower than SFQ logic, CMOS technology is still advancing and following

Moore’s Law but the SFQ logic has already approached the quantum limit due to the

intrinsic properties of the SFQ logic. Besides, for a semiconductor-based computing

system, it is normal that the speed of memories is much lower than the speed of
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processors anyway. However, as will be shown in the next few paragraphs, the speed

of the hybrid memory can be faster than that of a room temperature CMOS memory,

due to not only the low temperature operation, but also the current sensing scheme.

And the speed of the hybrid memory can be as fast as Josephson memories.

Based on the comparison, the Josphson-CMOS hybrid memory is believed to be

the most promising solution for the long-standing problem. This chapter will focus on

the concept, design, simulations, and optimization of a 64-kb hybrid memory system,

and lay down a foundation for larger sizes of hybrid memories using more advanced

technologies and working at higher frequencies.

3.2 Suszuki stack

The most challenging part in the hybrid memory system is the interface from

SFQ pulses to CMOS logic signals. Typically, an SFQ pulse is a voltage pulse whose

integral over time is a magnetic flux quantum (Φ0 = h/2e = 2.07× 10−15Wb), with a

typical height of 1 mV and duration of 2 ps. And CMOS logic signals are voltages in

the order of 1 V, typically with a subnanosecond cycle time. The primary goal of an

interface circuit is to transform an SFQ pulse into a CMOS digital signal in a timely

and low-power manner. In order to keep the access time substantially less than 1 ns

for a 64-kb memory system, the delay of this interface circuit has to be on the order

of 100 ps or less. Because the power dissipation of the hybrid interface circuits turns

out to be the dominant part of the total system power, it is critical to minimize the
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Figure 3.2: A Suzuki stack with an inductor at its front-end. The inductor transforms
an SFQ pulse into a current step feeding the Suzuki stack. The bias current is
synchronized with the CMOS clock. The current source can be implemented by
resistors or a MOSFET working at subthreshold region.

power without adding too much delay time. Last but not least, the robustness of an

interface circuit must be sufficient to realize large scale hybrid memories.

The interface circuit consists of two parts, the preamplifier and second-stage ampli-

fier. The preamplifier works as a translator from SFQ pulse signals to 40 mV clocked

signals, while the second-stage amplifier completes the amplification. A widely used

preamplifier was proposed by H. Suzuki and is often called a Suzuki stack [45]; it has

been extensively studied and has proved to be a strong candidate for SFQ-to-voltage-

state logic conversion. [46]



74

Fig. 3.2 shows the schematic of a Suzuki stack with a inductor and a junction as

its front-end. The operation of the circuit follows. The two parallel stacks are biased

by a clock signal which is an attenuated CMOS clock signal. When the clock is high,

the junction arrays are biased close to the critical current of the junctions; a typical

value of the junction bias current is 0.8Ic. The bias margin depends on frequency

and process spread and will be addressed later. When the input signal arrives, the

inductor transforms the input SFQ pulse into a current (Φ0/L) feeding into the left

bottom junction of the Suzuki stack and therefore switching that junction. That

junction goes into a high-resistance state causing most of the current that flowed in

the left branch to transfer into the right one, causing all junctions in the right branch

to switch. The switching of the right-branch junctions destroys the current balance

again and pours some current back to the left branch causing all other junctions to

switch. After the current balance is restored, the current in the junctions will be

0.8Ic again but all junctions are now in the voltage state rather than superconducting

state, delivering an NVg voltage at the output node, where Vg is the gap voltage

of the superconductor, typically 2.6 mV for a good quality Nb junction. After this

switching, all the junctions will experience Josephson oscillations to support such a

gap voltage and will not automatically reset to superconducting state as long as the

bias clock signal is high. After the bias clock is turned off, all the junctions will be

reset to the superconducting state, and the output goes back to zero. Since the clock

signal is synchronized with the CMOS clock, the SFQ pulses will be transformed to
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synchronized CMOS logic signals.

3.2.1 Delay of a Suzuki stack

The delay time can be divided into two phases. During the first phase, the left

bottom junction switches to the voltage state, causing part of the left branch current

to flow into the right branch and this can be represented by a voltage source pumping

a clockwise current in the 2N-junction-and-2-resistor loop. So this part of delay

consists of the delay of one junction switching and the current redistribution. The

second phase of the delay is the delay of the switching of 16 junctions in the right

branch.

The current redistribution between the left and right branches, on the other hand,

is even faster than the junction switching, based on simulations using a 2.5 kA/cm2

Nb process. The current redistribution process can be simply modeled as current re-

distribution in a RLC loop, where L represents all the parasitic inductance including

the nonlinear junction inductances; C represents the output capacitance to ground,

including parasitic capacitance and junction capacitance in series; and R represents

the resistance of the two physical resistors in the loop. The analytical solution of this

second-order system is an oscillation with a damping factor. The time constant asso-

ciated with the oscillation is
√

LC and the time constant associated with damping is

L/R. What we care about here is the delay from when the step event occurs to the

time the current pumping into the inductor goes beyond the critical current of the
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Suzuki stack simulation. This result shows that the delay time is linearly proportional
to the inductance, which verifies the first-order analysis.
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junctions. According to the analysis of this second-order system, the delay is L/R for

small capacitance. For a 2× 16 junction dual array Suzuki stack fabricated by a 2.5

kA/cm2 Nb process, the inductance of each junction is about 0.7 pH and the capaci-

tance of each junction is about 0.15 fF, after the ground plane underneath the Suzuki

stack is removed (in order to minimize the capacitance; more details are discussed

in Sec. 3.4). Fig. 3.3 shows the relation between the delay for current transfer to

the right leg and the parasitic inductance. The delay from simulations is defined as

the delay between when the input current arrives and the phase of right branch junc-

tions arrives at 3π/2 (including the switching of left bottom junction). The straight

fitting line shows that the delay of the current redistribution is proportional to the

inductance, which confirms the analysis above.

The next phase is also a charging process. After the current in the right branch

reaches the critical current of the junctions, all the right branch junctions will switch,

giving an NVg voltage at the output node. Here we must take into account the load

capacitance contribution to the delay. The charging time is

tcharge =
NVg(CL + CJ/N)

Ic

= tJ +
NVgCL

Ic

(3.1)

Therefore, the total delay for the Suzuki stack is

tSuzuki =
VgCJ

Ic

+
L

2R + RJ

+
NVg(CL + CJ/N)

Ic

= 2tJ +
L

2R + RJ

+
NVgCL

Ic

(3.2)

For this dissertation, the superconducting chips were fabricated by the Supercon-

ductive Research Laboratory in a facility formerly a part of NEC (NEC-SRL) under
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a joint program with National Yokohama University, Japan, using a standard 2.5

kA/cm2 Nb/AlOx/Nb process. The Suzuki stack consists of a 2 × 16 junction dual

stack with junction critical current of 400 µA critical current, the total delay should

be less than 20 ps without load capacitance. The load capacitance, however, consists

of parasitic capacitance to ground of the junction array and the input capacitance

of the next stage. The parasitic capacitance of the junction array can be minimized

by removing the ground plane underneath, see Sec. 3.4 for further discussion. The

output of the Suzuki stack is connected to the gate of a MOSFET through a large

capacitor (10 pF). The gate capacitance of the MOSFET depends on the size of the

device. The total capacitance loaded oo the Suzuki stack, can be kept well below 100

fF. Fig. 3.4 shows the simulation of a Suzuki stack loaded with a 10 fF capacitor

using 2.5 kA/cm2 Nb process; it shows that the turn-on delay of the Suzuki stack

contributes very little to the system delay. Even with a 100 fF load capacitance,

which is a large number for a MOSFET gate and the parasitic capacitance, the delay

contributed by the load capacitance is only 10 ps more.

3.2.2 Resetting time of a Suzuki stack

As is well known, all latching circuits including Suzuki stacks cannot reset by

themselves. That’s the reason the bias is a synchronized clock signal which resets

all the junctions to zero-voltage states upon falling to zero bias. Therefore, another

important consideration in the design of Suzuki stacks (as well as for other latching
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gates) is the resetting time. The resetting process is an RC discharging process with

plasma oscillations caused by the nonlinear junction inductance.

The resetting time consists of two parts as follows: the first one is the discharging

when the junction current is still larger than Isub = Vg/Rsub. The time constant

associated with this process is RdCJ , where Rd is the dynamic resistance, shown in

Fig.3.5; and the other part is the subgap region discharging time, with a time constant

of RsubCJ . The subgap resistance Rsub represents the quasiparticle tunneling current

when the junction is in the voltage state. In an ideal junction at 0 K, this resistance
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should be infinite. However, the operating temperature is typically 4.2 K and there

are always pinholes in the barrier material which help to increase the quasiparticle

tunneling. In a modern Nb process, the subgap resistance is on the order of hundreds

of ohms for a junction with a critical current of 100 µA. The dynamic resistance,

however, is typically on the order of one ohm. The subgap resistance is much larger

than the dynamic resistance in a typical Josephson junction; therefore it dominates

the resetting time. The resetting time therefore can be written as

tresetting = NRd(
CJ

N
+ CL) + NRsub(

CJ

N
+ CL) ≈ RsubCJ + NRsubCL (3.3)

Fig. 3.6 shows the simulation results for a resetting process, and the resetting time

is around 70 ps, which fits the analysis very well. While in Fig. 3.4, the resetting

time is longer in this case than that of a single junction because of the contribution

of the load capacitance. And the load capacitance contributes more than it does to

the switching delay.

3.2.3 Power

The power dissipation in a Suzuki stack is mainly from the quasi-static power

P = VbiasIbias; the dynamic power CV 2f part is about three orders less than the quasi-

static power and can be ignored. The bias voltage depends on how the current source

is implemented but should be at least several times NVg. Resistor-based current

sources will increase the power by a factor of 3 to 5 due to the power consumed by

the bias resistor. The bias resistor cannot be too small or the after-switching current
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level cannot be sustained, with an acceptable margin and a sufficiently low bit-error

rate. In practice, the bais resistor has to be larger than 3 to 5 times of NVg/Ibias.

A MOSFET current source working in the subthreshold region, is a smarter choice

in order to minimize the power, since the voltage drop between the drain and the

source is small compared with a resistor’s voltage drop. However, it also brings more

complexity and reduces the yield of the hybrid due to the interconnections.

In the current design, the current source is implemented using a physical bias

resistor of 200 Ω and the designed bias current is 600 µA. Therefore, the power

dissipation of the Suzuki stack is 72 µW .

3.2.4 Bit-Error Rate (BER) and margins

In a high-end computation system or any communication system, bit-error rate

(BER) is important to the functionality and performance of the system. A Suzuki

stack is the very first stage of any system that requires conversion of RSFQ signals

to CMOS signals, so the BER of Suzuki stacks is of great importance. Typically, bit

errors come from circuit dynamics and noise.

Josephson-junction-based circuits have two different noise sources, the Josephson

junction noise and resistor noise. Resistor noise is the so-called Johnson noise and

the rms value of the noise current can be written as

irms =

√
4kTf

R
(3.4)

where k is the Boltzmann constant and f is the bandwidth. Note that the Johnson
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Figure 3.7: The bit-error rate (BER) simulation set-up for a Suzuki stack. The
simulation is programmed to run 10,000,000 cycles, limited by the time- and memory-
consuming property of this simulation. Parameters such as shunt resistance and
operation frequencies are automatically changed after each simulation.

noise includes the noise generated by 4 K on-chip resistors and the noise generated

by room-temperature resistors and brought down to the 4 K chip by cables.

Noise in Josephson tunnel junctions has been studied by Rogovin and Scalapino

[50]. According to their study, the noise current for a tunnel junction has the form

of shot noise when the voltage across the junction is higher than 1 mV, and Johnson

noise with an effective resistance V/I if the voltage is smaller than 1 mV.

In order to calculate the BER of a Suzuki stack under different conditions, a

mixed-signal simulation is set up as shown in Fig. 3.7. In the simulation, noises
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are implemented by specific current sources and a 3σ = 5% critical-current spread is

taken into account. Each individual simulation runs with different initial conditions

and the error events are read out by the program automatically. To keep the simula-

tions within a reasonable time, each run was limited to 10,000,000 clock cycles; the

results are plotted in Fig. 3.8. This curve makes physical sense in that there is some

optimized bias current that has the best BER, and any bias current that is either

larger or smaller than the optimized one will lead to more errors, depending on how

far the bias current is away from the optimized value. It is easy to understand that

errors caused by insufficient bias current are omission errors and larger bias currents

lead to insertion errors. Because the Johnson noise dominates, the curve looks like

an error function, as is predicted by the classical bit-error rate theory.

Noise is not the only parameter responsible for bit errors. The Suzuki stack is

a latching circuit, it must be reset by a clock. The punchthrough effect that all

latching logic circuits suffer is another source of errors, especially in high-frequency

operations. The resetting time is much longer than the switching-on delay time

because of the large sub-gap resistance, and there is a plasma oscillation associated

with the resetting process, as shown in Fig. 3.6. In high-frequency operations, it is

possible that the clock is so fast that the next input clock arrives before the previous

resetting is complete. Even if the resetting process is complete and the time average

junction voltage is zero, the plasma oscillation makes the situation more complicated,

it is possible that the clock arrives at such a time that the oscillation helps the clock
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to switch the junctions. In either way, the circuit may switch with a zero input.

This is called “punchthrough” and is a source of error in any latching gate, including

Suzuki stacks. In Fig. 3.9, the simulation results show two different output for two

Suzuki stacks which work at a 2 GHz clock with the same 10 fF loading. One is a 2 ×

16 Suzuki stack without shunted resistors and the other one is the same Suzuki stack

wich 20 Ω resistors shunted on each junction. For the one without shunting, since

the resetting time is larger due to the load capacitance, there are some errors caused

by the punchthough effect. Due to the nonlinearity and complexity of the junction

switching dynamics, the resetting waveforms are different in each clock cycle. For the

one with resistors shunted, we can see from the waveform that the resetting time is

dramatically reduced and, therefore, there is no punchthrough. The negative effect

caused by the shunted resistors is the voltage drop, but 20 Ω resistance does not cause

too much voltage drop, as shown in the waveform, which suggests it be a good way

to suppress the punchthrough.

Qualitatively, the bit-error rate caused by punchthrough is a strong function of

the ratio of resetting time and clock period, treset/tclk; the larger the treset/tclk, the

higher the punchthrough possibility. However, a quantitative model is not available

yet. Simulations in Fig. 3.10 also show that the BER worsens when the Suzuki

stack is operated at higher frequencies, which qualitatively confirms the relationship

between the BER and the treset/tclk ratio.

In order to improve the BER, the first thing to do is to lower the ratio of noise
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current to the bias current. This is accomplished by increasing the critical current

of the junctions and the resistances of the two branching resistors. The second thing

is to try to suppress the punchthrough effect. Adding a physical shunt resistor to

each junction is a good approach to decrease the resetting time by lowering the total

resistance. However, there are two issues. The first one is that is if the shunt resistors

are too small, the output voltage will be reduced. The other one is that the Johnson

noise introduced by the physical resistors will increase the bit-error rate. A balance

between suppressing punchthrough and increasing Johnson noises has to be made in

order to get an optimized value for shunt resistors for very high-frequency operation.

Simulations also show that the bit-error rate depends on how fast the currents are

redistributed during switching. The larger inductance helps to slow down the current

redistribution and, therefore, decreases the bit-error rate.

Theoretically, a Suzuki stack has fairly large operating margins. The bias current

should be at least larger than the critical current of one branch in order to make sure

the stack switches when the input arrives, and less than twice the critical current in

order to prevent any unwanted switching before the input arrives. This gives about a

±33% margin. However, many imperfections come to play in real situations. First of

all, because of the process variations, not all junctions have exactly the critical current

they were designed to have. A 3σ = 5% critical current spread is typical in existing

Nb processes. Secondly, physical resistors and junctions in a Suzuki stack generate

thermal noise. The environment temperature is only 4.2 K, but the bandwidth is
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as high as one terahertz. In this situation, a 1 Ω resistor generates a noise current

with rms value 14.9 µA. Also, the room-temperature noise is brought down to low

temperature superconducting chips by connecting cables. Last but not the least,

the nonlinearity of Josephson junction switching dynamics will effectively make more

“noise” and therefore, reduce the margins. Also, the operating margins depend on the

operation frequency and the acceptable bit-error rate (BER). Quite apart from the

noise effects, for high-frequency operations, the margins are lower than for low-speed

situation because of circuit dynamics. The relationship between BER and margins

will be addressed in the following section.

3.2.5 Optimization

The design of Suzuki stacks involves such parameters as critical current, parasitic

inductance and capacitance, branching resistance, and shunt resistance. The criteria

for a good Suzuki stack include turn-on delay, resetting time, power consumption, dc

margin, and bit-error rate. It is very difficult to optimize the design mathematically

to fit all criteria since weighting factors are hard to assign. Decisions have to be

made and there are many trade-offs to consider. First of all, since they are small,

the turn-on delay time and the power dissipation are not first priority. In the hybrid

memory project, the Suzuki stack is only one part of the system, its delay and power

are not the dominant parts of the whole system performance, as will be addressed

later. The 20 ps dealy is small compared with the whole sub-nanosecond access
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time, and the 72 µW power dissipation is negligible compared with the milliwatt-

level second-stage power. Therefore, if we have to sacrifice delay and/or power to

get a better BER, it is a worthy choice. Secondly, resetting time is an important

parameter which also determines the BER of a Suzuki stack, at a given working

frequency. So the resetting time and the BER are more important than the turn-on

delay and the power consumption for an optimized stack. In order to reduce the

resetting time, the junctions have to be shunted with some small resistors. There

then comes the trade-off between the output level and the resetting time, or upper

operating frequency.

Based on the above analysis, optimized parameters of a 2 × 16 JJ Suzuki stack

are selected as follows. The output voltage should be larger than 40 mV in order to

trigger sufficient current in the following interface circuit without adding too much

gate capacitance by using a larger MOSFET. The bias margins for a BER of 1×10−6

should be at least ±10%. And the resetting time and the turn-on delay time of the

Suzuki stack should be minimized.

After optimization, such a Suzuki stack is possible based on the simulation results

using a 2.5 kA/cm2 Nb process. The junction shunt resistance is optimized to 20 Ω,

and the simulation frequency is 5 GHz. The BER simulation results are shown in

Fig. 3.11. The error-function fit lines indicate that the margin for a 10−9 error rate

is ±11%.
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Figure 3.11: The BER simulation results of an optimized Suzuki stack using 2.5
kA/cm2 Nb process working at 5 GHz. The junction shunt resistance is 20 Ω. The
error function fit curves indicate that the margin for a 10−9 BER is about ±11%.
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3.3 The second-stage amplifier

3.3.1 Candidates for fast amplification

Now that we have a synchronized 40 mV digital signal from the Suzuki stack, the

job of the next part of the interface circuit is to finish the amplification, delivering

a volt-level output. Given a 0.18 µm or more advanced CMOS process, the supply

voltage could be as low as 1.5 V. With the scaling of CMOS technology and some

special design as discussed in Chapter 2, a supply voltage lower than 1 V is possible.

The voltage gain of this second stage amplifier should be about 25 with as small as

possible delay time and power consumption.

Several candidates are available. The first obvious one is a traditional CMOS

amplifier. For a CMOS amplifier, the voltage gain is not a problem; even the simplest

one-stage common-source amplifier can achieve a voltage gain of 25. The problem

is the bandwidth, the delay of the amplification, and the power consumption. The

target for our hybrid memory system is 5 GHz operation with a sub-nanosecond

access time. In order to operate a CMOS amplifier at 5 GHz with a voltage gain of

25, a more advanced process than 0.18 µm CMOS is required. Furthermore, since

the delay time of CMOS address buffers and decoders will occupy a large portion of

the total access time, there is little time left the delay of second-stage interface in

order to keep the total access time in the deep sub-nanosecond region. The delay of

a CMOS amplifier can be written as
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t =
Cvout

iout

=
Cvout

gmvin

= Av
C

gm

(3.5)

which represents the total charge on the output node divided by total discharging

current. In Eq. 3.5, C/gm is a process-related parameter (inversely proportional

to the cut-off frequency). Due to velocity saturation it is improved only a little

by cooling to liquid-helium temperature. It is impossible for any CMOS process

so far to implement an amplifier with voltage gain of 25 and delay time 100 ps.

(The 100 ps delay is chosen because the delay of the CMOS decoder will be at least

hundreds picoseconds). With the scaling of CMOS technology, such an amplifier may

be possible some day, but the hybrid memory system simply could not afford its power

(can be as high as hundreds of milliwatts).

Since the delay time is inversely proportional to the cut-off frequency of a process,

why not use a process that has a high cut-off frequency; say, a SiGe HBT process or

even a GaAs process? The answer is excessive power dissipation. It is true that an

HBT device has much higher cut-off frequency and studies has been made to verify

that HBT circuits work even better at 4 K. [51] But in order to build an amplifier with

less than 100 ps delay and a voltage gain of 25, a fairly large amount of power has to

be consumed. Actually, there are commercially available amplifiers like HP/Agilent

83017A (0.5-26.5 GHz 25 dB gain), but they are not on-chip because they comsume

so much power (9 W) that you cannot afford to build them on chip. [52]

Another candidate would be a superconducting circuit. One candidate would be
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a long Suzuki stack. A 2 × 16 JJ Suzuki stack gives about 40 mV output, and we

could consider using a 2 × 400 JJ Suzuki stack which would give a higher output

level. However, it would introduce more delay time, resetting time and maybe more

important, greater possibility of punchthrough and, therefore, more errors. Fig. 3.12

shows the simulation of a 2 × 400 JJ Suzuki stack that gives about 1.2 V output

with a much longer delay time and resetting time than those of the 2× 16 JJ Suzuki

stack. This simulation assumes a 10 fF parasitic capacitance at the output node. The

delay time, Eq. 3.2, cannot ignore the L/R current redistribution delay, due to the

large total inductance in an 800 Josephson junction loop. As is shown in Fig.3.12,

the redistribution time dominates the total delay while the charging delay is only a

small fraction of the total delay. The resetting time, on the other hand, suffers even

more when the stack is higher because of the unavoidable parasitic capacitance at

the output node. In Eq. 3.2, the contribution by the parasitic capacitance is the

dominant part, giving a resetting time as large as 0.5 ns, preventing the Suzuki stack

from being operated at 5 GHz. Even if the circuit is operated at a lower frequency,

say 1 GHz, the large resetting time enhances the possibility of punchthrough and,

therefore, increases bit error rate of the circuit.

The candidates discussed above cannot complete the amplification quickly with

affordable power consumed. Some other circuit must be designed in order to complete

the interface circuit without compromising too much performance or consuming too

much power. In order to design such a circuit, it is helpful to summarize why the
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other candidates fail. The semiconductor amplifier has an intrinsic gain-bandwidth-

product limit that is process related and there is nothing we can do in design. For

the long Suzuki stack idea, the main problem is the L/R current redistribution time

and the resetting time. If some new Josephson-junction-based design is used as the

second-stage amplifier, these two problems must be overcome. First of all, L/R delay

must be minimized, either the loop inductance is lower or the resistance is increased.

Secondly, something with smaller resistance must be shunted with the junction array

in order to reduce the resetting time. Our so-called hybrid amplifier solves the two

problems. Fig. 3.13 shows the schematic of such a hybrid design, which was originally

proposed by U. Ghoshal. [53]

The operation of this hybrid amplifier is as follows: When the clock is high, M1

is biased so that the current in M1, M2, and the N-junction array is a little less than

the critical current of the N junctions, typically 0.8Ic, as in previous discussion for

Suzuki stack. When the 40 mV input arrives at the gate of M1, this NMOS transistor

acts like a voltage-controlled current source, increasing the current by ∆iM1 = vingm,

where gm is the transconductance of M1 at a given bias point. Note that ∆iM1 must

be much greater than the process variation of critical currents in order to achieve a

robust amplifier, and should provide enough overdrive to switch the output stack at

high speed. When the current in the junctions exceeds the critical current, all of the

junctions switch and the output voltage is lowered by NVg. Of course, this is still

a latching circuit without the ability to reset itself, but the M3 PMOS transistor is
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provided to speed the resetting. When the clock is low, M2 is off and M3 is on, the

output voltage will be charged up to VDD via M3 and pull all junctions back to the

superconductive states. When the clock is high again, all the junctions are biased at

0.8Ic and are waiting for the next input.

The transistor M1 acts as a current source with a large source resistance (the out-

put resistance of M1 depends on the channel length and is on the order of kilohms)

therefore effectively reducing the L/R delay time. By adding one more NMOS (M2)

making a cascode structure, the source resistance of the cascode structure is enhanced

by a factor of gmro, helping to decrease the L/R delay even more, and more impor-

tantly, minimize the so-called Miller effect. Without the cascode structure, because

of the inverting amplification between the gate and the drain of M1, the gate-drain

capacitance will be amplified by the Miller effect to a larger capacitance, therefore,

degrade the performance of the preceding Suzuki stack.

The PMOS M3 is an important device in this circuit because it greatly reduces

the effective discharging resistance from NRsub to NRsub||RPMOS, without adding too

much load capacitance since the drain/source junction capacitance is frozen to almost

zero at 4 K, thus decreasing substantially the resetting time and the punchthrough

possibility.
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Figure 3.14: The simulation results of a 400-JJ hybrid amplifier. The current redis-
tribution time depends on the drain-gate capacitance of the two N-type transistors;
the 20 ps delay from when current in M1 is 400 µA to when the current in junctions is
400 µA is caused by the parasitic capacitance of the transistors, not the inductance.
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3.3.2 Delay of a hybrid amplifier

The delay analysis of this hybrid second-stage amplifier is almost the same as the

delay analysis of a Suzuki stack. The first phase will be the L/R delay, since the

cascode output impedance is large, this current redistribution delay is very small.

A typical value is about 1 ps and can be ignored. However, the cascode structure

introduces some delay due to the gate-drain capacitance of M1 and the load capaci-

tance. The reason is that this capacitance, although small, introduces a current that

flows into the drain of M1 therefore adding a delay between IM1 and IM2. The load

capacitance causes another delay between IM2 and IJ . These two small delay times,

according to the simulation results, totals only about 20 ps, shown in Fig. 3.14. After

the switching of the N-junction stack, the output node voltage drops by NVg in a

short time. This short delay depends on how fast the capacitor is discharged.

Applying KCL at the output node, the current equation can be written as

Icap = IJ + IM2 (3.6)

where Icap is the total discharging current only during the discharging process, IJ is

the dynamic current that flows upward to VDD node, and IM is the dynamic current

that flows from ground to output, shown in Fig. 3.13. Since the voltage is decreasing,

the current in the cascode transistors must decrease somewhat, according to the I-

V characteristics of a cascode transistor structure. That is the reason the dynamic

current is flowing upward. So part of the discharging current goes to the 400-junction
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Figure 3.15: The simulation results for a 400-JJ hybrid amplifier. The total delay is
about 70 ps for a load capacitance of 20 fF.
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stack, causing a current decrease in the junctions. But the junctions could not hold

to the voltage state if the current inside were almost zero. Based on the first-order

analysis above, we conclude that the discharging current is some fraction (k) of the

critical current, so the discharging time is

tamp =
NVg(CJ/N + CL)

kIc

= tJ/k +
NVgCL

kIc

(3.7)

where tJ is the delay time for switching a single junction, as shown in Eq. 1.3, and

is a process-related parameter, about 6 ps for a 2.5 kA/cm2 Nb process. And k is a

constant less than, but close to 1, according to simulation results. Fig. 3.15 shows

the simulation results for a 400 JJ stack with a 2.5 kA/cm2 Nb process, assuming a

20 fF load capacitance.

Fig. 3.16 shows the delay versus load capacitance, the straight line confirms that

the delay is linearly proportional to capacitance, as indicated in the above analysis.

Two conclusions can be drawn from Eq. 3.7. First, for large-number junction

stacks, the delay time is dominated by the parasitic capacitance discharging time

. For a 400-junction array with critical current 400 µA, the parasitic capacitance

cannot be larger than 50 fF in order to have a delay time less than 100 ps. Secondly,

in order to have less delay, a larger critical current and smaller parasitic capacitance

are required.

Resetting time, on the other hand, is totally controlled by the effective resistance

of the shunt PMOS device. The total sub-gap resistance for a 400-junction stack
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is about 120 kΩ given that the sub-gap resistance for a single junction is 300 Ω (a

typical number for a 2.5 kA/cm2 Nb process). If the PMOS were not there, even a

small parasitic capacitance like 10 fF will cause a 1.2 ns resetting time. However, by

adding a shunt PMOS and making the size large enough that the effective resistance

of the PMOS is only on the order of 1 kΩ or less, the resetting time can be suppressed

to an acceptable level. Because the drain/source capacitance of MOSFETs decreases

to almost zero at 4 K, adding this large PMOS does not contribute too much to the

load capacitance.

3.3.3 Power consumption

Just as for the Suzuki stack, the power consumption of this hybrid amplifier

depends heavily on the quasi-static power, which is the product of bias current (a

fraction of the critical current) and the supply voltage. There is a trade-off between

decreasing the delay time and decreasing the power consumption. The design of the

hybrid amplifier will have to make a trade-off between these two aspects, depending on

the system requirements. However, one can take advantage of the sharp subthreshold

characteristic of 4 K CMOS to bias the circuit at just below threshold voltage so that

the bias current is almost zero, therefore reducing the static power. This method,

however, has two disadvantages. First of all, it requires a larger M1 because the gm

is smaller at lower bias and larger M1 increases the gate capacitance that eventually

increases the delay and resetting time of the preceding Suzuki stack. The other
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shortcoming is the extremely low bias margin. Since the bias has to be slightly (10

mV) under the threshold voltage so that the 40 mV input will turn the transistor on

and deliver large enough current to switch all the junctions, the margin is something

like 550 mV ± 10 mV , only ± 2% margin. A precise and self-biased circuit must be

designed in order to control the bias in the right margin. And this bias scheme has

to tolerate the threshold voltage local variations of CMOS chips, which is another

important practical issue.

3.3.4 Margins

The low-frequency operating margins of this hybrid amplifier can be analyzed

similar to the margins of the Suzuki stack, in terms of bias current through the

400-JJ array. Here, the bias current is controlled by the dc bias voltage on the

gate of M1. And 40 mV should deliver large enough drain current to switch all

junctions, so the bias margin is less than 40 mV, on a bias voltage of about 0.7 V.

This is only a 6% margin, which is lower than that of a Suzuki stack or any other

superconducting circuits. This is an inherent problem with the hybrid amplifier, as

long as the threshold voltage is as high as about 0.6 V. If a special CMOS process

were available and were designed for 4 K operation, the threshold voltage could be

as low as 50 mV, much larger percentage margins would be possible. For current

commercial CMOS chips working at 4 K, this small margin problem for the hybrid

amplifier is unavoidable.
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Since the margins are really small, a good bias scheme is necessary to ensure the

right bias. A self-bias scheme shown in Fig. 3.17 is proposed. In the junction stack,

the top junction has a critical current of 0.8 Ic and others have critical current of Ic.

The control box will keep increasing the bias voltage at each clock cycle until the bias

current is greater than 0.8 Ic and switch the top junction, an 2.8 mV output voltage

will be amplified by a traditional CMOS amplifier and fed to the control circuit to

prevent further increase of the voltage by a digital logic circuit. [55] After it settles

down, the bias voltage at the gate of M1 is the desired value and the bias current is

0.8 Ic as designed. The entire amplifier and control circuit can be easily implemented

in commercial CMOS.

3.3.5 Clock feedthrough

Another design issue for a hybrid amplifier is the clock feedthrough. Clock

feedthrough is a common phenomenon in CMOS circuits, especially in switched ca-

pacitor circuits. Due to the presence of the gate-drain capacitance, although small,

the output voltage suffers an error voltage of ∆V =
Cgd

Cgd+CL
VCLK at clock rising

or falling edge, and the falling edge is more important due to the channel charge

redistribution. This error voltage contaminates the accuracy of the sampling and,

therefore, compromises the precision of the sampling.

For our hybrid amplifier, however, the precision is not a big problem. we do

not need precise amplification for interfacing between SFQ to CMOS digital signals.
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Instead, any voltage that is larger than 1 V can drive 0.18 µm CMOS digital circuits

work because of the large margins of CMOS digital circuits. And smaller voltage will

be amplified to full VDD swing by the following inverters. For the hybrid amplifier,

the main problem caused by the clock feed-through is the JJ switching associated

with it. For a clock rising or falling event, the clock signal applied to the gate of M2

sees a small capacitance Cgd in series with a large capacitance CL. The capacitive

divider forces a small voltage step on the load capacitor. The charge on the capacitor

is not a problem in Josephson junction circuits. Rather, the problem is how these

charges find a way to ground, and the current associated with that.

The charge on the output node see three paths to ground, the PMOS, the cascode

NMOS transistors, and the long junction array. The MOSFET path has a large

resistance (on the order of kilohms); on the other hand, the junction array only has a

sub-nanohenry inductance and zero resistance before junctions switch. Therefore, the

charges will flow preferentially through the junction array to the VDD node (effectively

ground for time-dependent signals). Let’s call this current a negative current. The

total current injected into the gate-drain capacitance depends on the voltage step and

its rise time. If this injection current is larger than the critical current, the junctions

switch, but with an opposite direction, resulting a voltage increase. In other words,

the presence of the capacitive divider forces the junctions to switch to maintain the

error voltage, if the charge flows to ground quickly enough. Fortunately, this situation

does not last long. After the clock increases to a value such that the current in the
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Figure 3.18: The simulation shows a clock-feedthrough induced output drop if the
rise time of the clock is too small.
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NMOS transistors is positive and the current in the PMOS is zero, the junctions will

have a positive current flow. However, due to the transmission-line delay, at a given

time, currents in the 400 junctions are not all identical. After the positive current

+0.8Ic arrives, it is possible that some junctions will remains superconducting with

a bias current +0.8Ic while others switch to the voltage state, resulting a voltage

drop at the output node. This is the most important problem caused by the clock

feedthrough. Fig. 3.18 shows the output drop for a clock with a 50 ps rise time.

For larger rise time, say 500 ps, there is no such a voltage drop, because the current

injected into the junction array is not large enough to switch the JJs.

The mechanism of this effect can be explained well in an intuitive model using pen-

dulum analog. In the analog, the junction array looks like a pendulum array connected

in series with springs. When a clock step event occurs, a negative torque(representing

the injection current) is applied to the pendulum array, causing all pendulums to ro-

tate clockwise until the phase exceeds 90 degree. Due to the delay caused by the

spring, some of the pendulums keep clockwise rolling and others roll backward to

form oscillations. All the pendulums keep rolling or oscillating until the bias current

controlled by the clock is increased (representing a positive torque is applied to all the

junctions). This applied torque forces the rolling and oscillating pendulums to slow

down and eventually settles junctions down to the appropriate angle (sin−1(0.8)).

However, the presence of the springs delays the propagation of the rolling and oscil-

lating, as well as the applied torque. At a given time, every pendulum has a different
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position, torque, and velocity. For some pendulums, the applied torque arrives at such

a time that it pushes the pendulum to the right position with just a little oscillation.

But for some other pendulums, it is possible that the applied torque is applied too

fast or too hard such that the torque not only slows down the clockwise rolling, but

also forces the pendulum to roll counter-clockwise, which represents that the junction

is switched to the opposite direction, giving a lower voltage at the output node.

Fig. 3.19 shows the simulation results of phases of different junctions. It shows

that some of the junctions settle down to the right position while some others switch

to the voltage state after the positive bias current appears. The sine values of the

junction phases show the switchings of junctions. The first junction is switched by

the injection current and results in a negative voltage drop, and the second junction is

also switched by the injection current, but keeps oscillating around 53 degree, which

does not contribute to the voltage drop.

The mechanism of the clock feed-through is qualitatively clear, but it is hard to

build a simple model to quantitatively simulate the whole process except by a numer-

ical simulation like WRSPICE. However, in order to minimize clock feedthrough, the

qualitative analysis gives us some basic idea. First of all, the gate-drain capacitance

is the most important parameter in this effect. To suppress the clock feedthrough, a

smaller gate-drain capacitance is preferred. Note that both the cascode NMOS and

the resetting PMOS contributes to this capacitance. We need smaller NMOS and

PMOS devices. But resetting time requires a larger PMOS. Secondly, a larger clock
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rise time is preferred to reduce the displacement current in order not to switch the

junctions oppositely. This is apparently not an option for high-frequency operation.

Those two solutions are intended to reduce the injection current from the clock signal.

Since there are trade-offs that we cannot avoid, we just cannot suppress the injection

current too much. In other words, we have to live with the fact that there is always

some injection current that might cause some random behavior in the junction array.

There is another way to suppress the feedthrough, which is to increase the critical

current. Increasing the critical current makes the injection current relatively smaller

and the possibility of the injection current switching is lowered. However, as we

discussed before, though increasing the critical current reduces the delay time, it

increases the power consumption. As will be discussed later, the interface circuit

power is the main part of the total power of a hybrid system. Therefore, to increase

the critical current is not a good idea in terms of power.

Now we have a limit in decreasing the injection current, we also have a limit

in increasing the critical current, it looks like there will be some random behavior

anyway in the junction array, after the clock rises. Fortunately, although we cannot

avoid the random behavior in the array, at least we have a way to reduce it. The

way is to add a shunt resistor in parallel with each junction, just as is done to

suppress punththrough. In the pendulum analog, to add a shunt resistor is to increase

the damping. Smaller resistance corresponds to larger damping. When a torque

(corresponding to an injection current) is applied to a pendulum with larger damping,
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the oscillation will settle down quicker because every oscillation consumes more energy

than with less damping (the Q factor drops). If oscillations settle down in a shorter

period, an opposite applied torque has a smaller possibility to cause an opposite

oscillation, representing a voltage drop. However, we cannot shunt with too small

resistors, otherwise the output voltage will drop accordingly.

Although the clock feedthrough causes random behavior inside the junction array

and the voltage drop before the input arrives, the switching of the second-stage am-

plifier remains unharmed. After careful design, the voltage drop caused by the clock

feedthrough can be as small as 0.1 V, which is not a problem for the switching of the

following amplifier.

3.4 Fighting with parasitics

3.4.1 Parasitic calculations

As was discussed in previous sections, both parasitic capacitance and inductance

play important roles in the Suzuki stack and in the second-stage amplifier. It is,

therefore, very important to study how to calculate those parasitics as well as how to

change them.

In a standard Nb process, there is a niobium layer as a ground plane called M0

layer underneath all superconducting circuits on chips. If we keep it that way, every

junction will have a parasitic parallel-plate capacitance to ground associated with it,
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and the value can be written as

Cg = AJεSiO2/tSiO2 (3.8)

Given a 2.5 kA/cm2 process, every 0.1 mA critical current junction has a capacitance

to ground of 5 fF; The parasitic inductance can be written as

Lp =
µ0d

w
(1 +

2λ

d
) (3.9)

where λ is the penetration depth of the superconducting material and d is the distance

between two superconducting metal layers. (This equation is only precise when the

thickness of the metal layer is much larger than the penetration depth.) For a 2.5

kA/cm2 Nb process, the inductance is around 0.7 pH per junction.

The most convenient way to reduce capacitance is to remove the ground plane

underneath the junctions. The capacitance to ground is then reduced due to the

much longer flux path. And the junction array can be treated approximately as a

co-planar waveguide, because the gap between the junction array and the edge of the

ground plane is much larger than the vertical distance between the junction array

and the ground plane, as shown in Fig. 3.20. By removing the ground plane and

modeling the array as a co-planar waveguide, the capacitance and the inductance per

unit length can be written as [54]

Cg = 2ε0(εr − 1)
K(k)

K(
√

1− k2)
(3.10)

k =
sinh(πw

4h
)

sinh(2π(w+2s)
4h

)
(3.11)
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Figure 3.20: The structure of a) junction array with ground plane underneath and
b) junction array with the underneath ground plane removed, leaving a gap between
the array and the ground. Charges and currents are located roughly as shown. The
picture is not to scale. The gap is actually much larger than the oxide thickness.
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Lp = Z2
LCg (3.12)

ZL =
η0K(k′)

4K(
√

1− k′2)
√

εr

(3.13)

k′ =

√
1− (

w

w + 2s
)2, (3.14)

where w is the width of the junction array, s is the gap width between the edge of the

ground plane and the edge of the junction array, K function is the elliptical integral

of the first kind. Although it is a simplified model, it gives a clear physical picture

and fits numerical simulation results within 20%.

As seen in Eq. 3.10, the capacitance decreases while the inductance increases

when the gap increases, as shown in Fig. 3.21. As discussed previously, the smaller

capacitance helps to reduce the delay and resetting time for the interface circuit. The

larger inductance, however, does not degrade the performance of the interface circuit

very much. For the Suzuki stack, it is the loop inductance that really matters in

terms of delay. The current redistribution time depends on the loop inductance, as

shown in Eq. 3.2. The parasitic inductance calculated above is the inductance of

the junction array. The loop inductance depends on the geometric shape of the array

and does not change whether or not there is a ground plane underneath. While the

inductance has some effect on the delay of the Suzuki stack, this delay is a small

part of the total delay. For the second-stage amplifier, the junction array inductance

has little effect on the delay time due to the large output impedance of the driving

cascode structure. Simulations also verify that even 10 times larger inductance does

not increase the delay time by 1%.
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Figure 3.21: The calculated inductance and capacitance of the 400-junction array
with the ground plane removed as in Fig. 3.20(b). [54]
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Therefore, the speed performance of the interface circuit, including the Suzuki

stack and the second-stage amplifier, benefits from smaller capacitances, while the

increase of inductance has little negative effects on the speed performance. This makes

this “removing-ground” approach very promising to speed up the interface circuit.

3.4.2 Layout/process techniques to minimize parasitics

Removing the ground plane underneath desired circuits can be done in the layout

process. There is something more we can do during the fabrication process to reduce

the capacitance even more. One way is to make a trench around the junction array

by etching the silicon substrate. The electric flux finds a path that requires minimal

energy. And since the dielectric constant of air is 12 times less than that of silicon,

the electric flux tend to travel through silicon. By adding a trench, the effective gap

between the ground-plane edge and the array edge is increased. Assuming the flux in

air does not change much, the total capacitance will be decreased by a factor of 50%

for a 50 µm deep trench with a 50 µm gap between the array and the ground plane.

One more trick can be played in order to reduce capacitance. After the wafer is

finished with all the circuit deposition process, one last process can be added. By

using KOH etching from the back of the wafer and precisely controlling the etching

velocity, a 1 µm-thick membrane can be fabricated as shown in Fig. 3.22. By removing

the silicon under the array, the effective dielectric constant is reduced approximately

by a factor of two, so will be the total capacitance.
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Figure 3.22: The normal and membrane substrate structure for a junction array. The
picture is not to scale, the thickness of the membrane is much smaller than the gap.
The flux lines show that the capacitance of the membrane structure is smaller than
the normal one.
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3.4.3 How to represent parasitics in simulations

As was discussed before, with longer junction stacks, the parasitic capacitance

to ground and inductance are more important because the total effective resistance

for charging and discharging is larger. How to represent parasitic parameters in

simulations is an important question. One way is to represent the total capacitance

to ground associated with the output node and the total parasitic inductance in series

with the junction array simply as lumped elements at the end of the array, as been

done in previous analysis and simulation. This method provides a simple model for

the first-order analysis and gives a quick physical picture of the circuit. However,

it is not as accurate as the distributed model, in which the total capacitance and

inductance are calculated and distributed among the junctions.

The distributed model for parasitic calculations better represents the real situa-

tion. In this distributed model, the distributed inductance and capacitance comprise

a transmission line with a characteristic impedance
√

L/C. Consequently, a match-

ing resistor of value
√

L/C should be added between the VDD node and the top of the

junction array in order to minimize any possible reflection. In our current layouts,

√
L/C = 60 Ω so the matching resistor causes only a supply voltage drop of about

24 mV.

The discharge time in the first-order analysis should be smaller for a distributed

model because each junction sees a different voltage drop. The worst contributor to

the delay time is the capacitance associated with the junction closest to the output
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Figure 3.23: The two layout for a 400-JJ array. One is the serpentine structure with
smaller inductance due to the flux canceling out, and the other one is the spiral struc-
ture with a larger inductance. For the spiral structure, if the inner end is connected
to the output node, the delay will be decreased because of the smaller effective total
capacitance.

node where the voltage change is highest, and the smallest contributor is the ca-

pacitance associated with the junction that is closest to the VDD node. Considering

that the capacitance is evenly distributed in the previous analysis, and taking this

distributed effect into account, the discharge time should be about half of the delay

time of previous analysis.

In the current design, a 400-junction array that is required in order to have at

least 1 V output swing consumes an area 400 µm × 500 µm in a 2.5 kA/cm2 process.

Without removing the ground plane, this large array would introduce a large total

parasitic capacitance of 10 pF. But to keep the amplifier delay below 100 ps, we need

to reduce the load capacitance below 60 fF. We must apply some aggressive ground
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Figure 3.24: The simulation results confirm the qualitative analysis for the two junc-
tion array structures. The spiral one has smaller delay due to better capacitance
distribution. But the potential problem is the antenna effect.

techniques to decrease the capacitance substantially, as discussed in previous section.

Fig. 3.23 shows two layouts of the long junction array.

Fig. 3.24 a) is a serpentine array and b) is a spiral array. The serpentine struc-

ture has a smaller parasitic inductance because the magnetic flux in neighboring arms

cancels out. The spiral array has a much larger inductance due to the flux enhance-

ment. In terms of capacitance, they share the same total capacitance if the array

is treated as a connected conductor. However, individually, the capacitance for the
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inner junction is smaller than the capacitance for the outside junction. If we connect

VDD to the outside junction and the output node to the inner end, the discharge time

will be further reduced. As we discussed before, part of the price we pay in order to

have a spiral array is the increase of inductance. However, the large resistance of the

cascode current source ensures that the increased inductance does not add too much

in delay. The only practical problem for this spiral array is its greater potential for

absorbing and transmitting high-frequency signals, such as the frequency components

in the switching process. Fig. 3.24 shows the simulation results for these two struc-

tures. The capacitance value is calculated based on a 50 µm gap between junction

array edges and the ground plane edges, and the inductance value is calculated based

on Eq. 3.9. The simulation results confirm that the distributed model has a smaller

delay and the spiral array can further improve the delay.

In designing the hybrid amplifier, decreasing the parasitic load capacitance is the

key point to reduce delay time. With the proposed ways of reducing capacitance, less

than 30 fF is possible, which would give a delay of 60 ps. Parasitic inductance, as

well as the nonlinear junction inductance, contributes to delay time as well, but in a

different and much weaker way.

3.5 CMOS memory core and peripheral circuits

The interface circuit amplifies an SFQ pulse to a volt-level digital signal that can

be used by low-temperature CMOS digital circuits. As was discussed in Chapter 2,
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CMOS digital circuits operate faster and consume less power at 4 K. The design of the

memory core of a hybrid memory benefits from the low-temperature operation as well.

In the following paragraphs, a CMOS-based DRAM memory system will be discussed

and the focus will be the differences between operation at different temperatures.

In order to choose the right cell structure for a DRAM memory, it is useful to first

compare different cells, both at room temperature and at liquid helium temperature.

Fig. 3.25 shows the schematics of different memory cells that are commonly used in

the semiconductor industry. Fig. 3.25 a) shows a standard 6-transistor (6-T) static

random access memory (SRAM) cell. In this cell, information is stored by two cross-

coupled inverters. This inverter couple has two stable states and an unstable middle

point; due to noise, the unstable state cannot stay long. Therefore, the inverter couple

stores either a zero voltage or a VDD voltage at node Y. The read/write processes are

carried out by the two NMOS transistors by carefully sizing them. This cell is called

a static memory due to the fact that the information stored will not change as long

as the power supply is on; the cross-coupled inverters keep the information regardless

of how much leakage current there might be.

Starting from SRAM, if we take the two PMOS transistors out of the cell, as

shown in Fig. 3.25 b), it can still work as a memory cell. However, since there are

no such pull-up devices as the two PMOS transistors of Fig. 3.25 a), there is not a

feedback mechanism to maintain the information stored in node X and node Y. Due

to the subthreshold leakage path through M1 and M2, the charges on node X or Y
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Figure 3.25: Standard memory cells in the semiconductor industry. a) 6-T SRAM
cell. b) 4-T DRAM cell with differential operation. c) 3-T DRAM cell with a non-
destructive read-out. d) 1-T DRAM cell (the capacitor can be implemented by deep
trench to save area.)
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Figure 3.26: The 3-T cell in the hybrid memory system is different from the traditional
3-T cell. By connecting the bit line to the low-impedance current sensor, there is very
little discharge delay time. So the total delay of a reading process can be reduced
significantly.

will be discharged after some time, which typically is in the order of milliseconds.

Therefore, some refresh circuitry is needed in order to retain the stored information.

And this is why this 4-T cell is called a dynamic random access memory (DRAM)

cell.

If we go further, we find that M3 can be removed if differential operations (BL and

BL) are not required. Therefore, we turn a 4-T DRAM cell into a 3-T DRAM cell,
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as shown in Fig.3.25 c). The parasitic capacitance at node X is enough to support

charge storage. Note that the readout process is a non-destructive readout since the

information is stored on a gate capacitor and is not drained upon reading.

If more density is required, we can further remove M2 or both M2 and M3, leaving

a 2-T DRAM cell or a 1-T DRAM cell. For a 1-T DRAM cell, a large built-in

capacitor is required due to the charge-sharing problem. And the readout process is

destructive, so the readout process is always followed by a re-writing process. In this

dissertation, the 3-T structure is chosen because a nondestructive readout is preferred

as well as is high density. However, the traditional 3-T cell is a voltage-sensing cell,

which means that after the readout, the voltage on the bit line is sensed to determine

whether a “0” or a “1” is stored. In our hybrid memory, current flows from the cell

and is fed to a Josephson current sensor at the end of the bit line, which translates

a current into an SFQ pulse that goes to the processor. Fig. 3.26 shows the present

version of a 3-T cell. In this cell, the bit line is connected to VDD and the current is fed

directly into such a low-impedance current sensor that the source of M3 is effectively

grounded. During a writing process, M1 is turned on and the capacitor is charged to

VDD−VT , due to “threshold loss”. In a reading process, M2 is turned on and current

flows through M2 and M3, to the current sensor, causing an SFQ pulse output. The

size of M2 and M3 has to be designed carefully so that the reading current is within

the input margins of the current sensor.

The low-temperature operation increases driving capability of transistors, and
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reduces the parasitic capacitance, both of which lead to a faster writing and reading

than those of the room-temperature operation. Also, due to the sharp subthreshold

swing at 4 K, the subthreshold leakage current of M1 is extremely small; therefore,

the voltage at node X retains its value after a long time. The retention time, defined

as the delay until the voltage on node X is less than half of the original value is

increased to almost infinity. There is no need for refresh circuitry. In other words,

the low-temperature operation turns a 3-T DRAM cell into an SRAM cell, or even

better than an SRAM cell; this 4 K 3-T retains its datum whether there is a supply

voltage or not.

Another important benefit brought by low-temperature operation is the reading

time improvement. For a traditional room-temperature DRAM, in order to read a

cell, the bit line has to be pre-charged by a large PMOS device. When the WL Read is

turned on, M2 is turned on and it starts to pull current from the pre-charged bit line.

After some delay time, the bit-line voltage is sensed to tell whether a “1” or a “0” was

stored. This delay time depends on how much charge is on the bit line capacitance

and how large is the discharging current. The bit line has a large capacitance due

to the fact that it is connected with many transistors. The delay is fairly large and

increases with increasing memory size, due to increasing capacitance. The 4 K hybrid

DRAM, on the other hand, has a very short read delay time. The bit lines are always

connected to the power supply and the current pulled out from the power supply

is directly fed into the low-impedance current sensor. The delay is extremely small,
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Figure 3.27: The simulation results of a reading process including address buffer
and decoder, based on the 4 K CMOS model. The access time is about 400 ps,
which is reduced by a factor of two compared to room-temperature operation. The
improvement is contributed by both the low-temperature CMOS operation and the
different reading scheme.
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compared to the delay at room temperature.

The memory cells store charges to represent digital information. But to access

them, an address decoder with buffers has to be carefully designed in order to achieve

both minimum delay and minimum power consumption.

A decoder for a 64-kb memory is an 8-input AND gate with certain numbers of

fan-out. In order to have less power consumption as well as more robustness, the

“static” CMOS [41] logic family is chosen. In order to access the targeted cells as

quickly as possible, the decoder is designed such that a low-to-high transition is faster

than a high-to-low transition. And the design is based on the well-known “logical

effort” method to obtain a minimum delay time [41]. Although the 4 K model is

different from the room-temperature model, the low-temperature operation does not

compromise the validity of this method. Fig. 3.27 shows the simulation of such a

design, based on 4 K model established in Chapter 2. The simulation shows a 400 ps

access time.

3.6 Performance conclusion

According to the above simulations, a total access time of 500 ps can be achieved

in a 2.5 kA/cm2 Nb process and a 0.25 µm CMOS process. The delay of the CMOS

part is 400 ps and the delay of interface is 100 ps.

The total power consumption of the memory system differs for writing and reading

because that determines how many interface circuits are used. For a typical writing
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Table 3.1: Performance metrics for a 64-kb hybrid memory

Metrics Values

Technologies 0.25 µm CMOS and 2.5 kA/cm2 Nb

Read access time 500 ps

Operating frequency 1 GHz

Power consumption for read 10 mW

Power consumption for write 28 mW

Chip sizes 5 mm× 5 mm and 2.4 mm× 2.4 mm

process, 13 interface circuits are required for decoding and 32 interface circuits are

required for data (if a byte of 32 bits is used, as proposed in the RSFQ 32-bit CPU

project). And a typical reading process only requires 16 interface circuits. The

dynamic power of the memory consumes only a small fraction of the whole power.

For a 1 GHz operation, the dynamic power should be less than 100 µW. So the total

power for a reading process is about 10 mW and the power for writing is 28 mW. Note

that the power mainly is attributable to the interface static power. Many techniques

can be utilized to reduce the static power, as will be discussed in Chapter 5.

Table 3.1 summarizes the performance details of such a 64-kb hybrid memory

based on simulation, using a 2.5 kA/cm2 Nb process and a 0.25 µm CMOS process.
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Based on the simulation and optimization results, this hybrid memory is a strong

candidate for a high-end RSFQ computing application.
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Chapter 4

Measurements of 64-kb hybrid

memories
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In this chapter, we report on a 64-kb Josephson-CMOS hybrid memory fabricated

using a 2.5 kA/cm2 Nb process and a 0.18 µm standard CMOS process and the

4 K measurement results. The functionality is verified at low speed and the delay

measurements of the hybrid interface circuits and memory are done at high frequen-

cies. The bit-error rate test is being designed and will be done in the future. All

the measurements proved the feasibility of the hybrid memory idea as well as the

sub-nanosecond access time.

4.1 Test set-up

For testing room-temperature semiconductor circuits, chips are mounted on a PCB

board which communicates with a PC and makes automatic measurements possible.

However, our hybrid memory chips must be cooled to extremely low temperature.

The chips are mounted on a low-temperature probe that is easily put into liquid

helium. For this dissertation, a home-made probe with magnetic field shields is used

for the low-speed testing. The chip is wire bonded to the chip holder of the low-speed

probe, and the signals are connected to the measurement cables via regular wires.

Therefore, the bandwidth of the probe is very low, only on the order of 100 KHz.

However, when the chips are required to work at high frequencies, it is essential to

use a suitable wide-band, low-temperature probe. In this work, all high-speed testing

was done using a so-called Petersen probe made by America Cryoprobe, which is a

commercial product and is shown in Fig. 4.1. The designer of this probe described it
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Figure 4.1: The pictures of the 24-pin Petersen probe.
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in detail in his Ph. D. dissertation [57] and a summary of it follows: The bandwidth

of the probe is 12 GHz and on it one can mount one 5 mm × 5 mm chip that has

24 pads. In order to suppress the ambient magnetic field, there are two concentric

shields; the shields can decrease the magnetic field by two orders. 24 high-frequency

transmission line cables are used in order to transmit high-frequency signals between

room temperature and low temperature and 24 microstrip transmission lines on a pc

board. Spring fingers are used to connect to the pads on chips. The microstrip lines

are designed such that the impedance is identical with that of the cables and the

reflection are thereby minimized.

The Pertersen probe is widely used in superconductor laboratories for high-speed

digital circuit measurements. In order to test our hybrid chips, a square hole in the

center of the probe head had to be made and the reason follows. Because it is a

Josephson-CMOS hybrid system, and there is no technology available to us to put

the two technologies on a single chip, some bonding technique had to be applied to

make physical and electrical connections between the semiconductor circuit and the

superconductor circuit. In this work, the size of the superconducting chips is 5 mm× 5

mm, while the CMOS chips have a size of 2.4 mm × 2.4 mm. Two bonding techniques

were used to put them together. The easiest bonding technique is wire bonding. For

a wire bonding chip set, the CMOS chip is glued face up on the top center of the

superconductor chip, and short aluminum or gold wires are used to connect pads on

both chips, as shown in Fig. 4.2. This method has a obvious drawback of having
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Figure 4.2: The photograph of a wire-bonded hybrid memory chip set. The CMOS
chip was thinned to about 200 µm in order to reduce the length of the bonding wires
and, therefore, the parasitic inductance.
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CMOS Chip

JJ Chip

400 JJ

Figure 4.3: The photograph of a flip-chip bump-bonding memory chip set. There are
two 400-junction arrays shown on the JJ chip.
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Figure 4.4: The modified Petersen probe with a square hole in the ground disk to
accommodate the CMOS chip.
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large wire inductance that apparently compromised our high-speed measurements.

The other alternative was solder bump bonding. For a bump-bonding chip set, the

both chips have a layer of gold on top of the pads. A solder alloy adheres to the gold

when the chip is dipped in it. Then the CMOS chip is flipped face town onto the

superconductor chip; the two chips are aligned with the help of a bonding machine,

shown in Fig. 4.3. Both methods involve a chip set that has a smaller chip sitting

on top of a 5 mm × 5 mm chip. Therefore, a square hole was cut in the disc so that

the smaller CMOS chip can be accommodated when the pads on the superconductor

chip make contact to the spring fingers, as shown in Fig. 4.4.

4.2 Flux trapping and magnetic shielding

Magnetic flux trapping is a critical issue for all Josephson circuits. On supercon-

ducting chips, the Nb is deposited on the silicon forming a thin film. If the magnetic

field is parallel to the surface, it is easy for the flux line to find ways to get around

the Nb film. However, if the magnetic field is perpendicular to the surface, it is hard

in terms of energy for the flux line to find ways to get around the Nb film. Therefore,

it is possible that some flux is trapped, causing significant negative effects in the

superconducting circuits.

A single flux quantum passing through the junction could cause its “effective”

junction critical current to change dramatically. Also a flux quantum within the area

of a circuit loop would have the same effect as a logic quantum stored and, therefore,
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compromise the performance of the circuit. The trapped flux are quantized as follows,

Φ = nΦ0, n is an integer (4.1)

Assuming the ambient magnetic field is only the earth’s field (about 0.5 gauss) after

a good quality shielding which can suppress the field by two orders of magnitude to

0.005 gauss, a small area of 100 µm × 100 µm can hold 240 flux quanta!

There is a circuit design way to minimize flux trapping. Certain areas of ground

plane can be removed when designing the circuit, making the circuits protected by

these “moats” surrounding the circuit. [56] In our design, the ground plane under-

neath junctions are removed in order to minimize the parasitic capacitance and this

removal helps to prevent flux trapping.

In our experiments, serious shielding procedures have been taken and a process

called “de-fluxing” has to be carried out if there is still flux trapped after shielding

protocols are followed. The de-fluxing process is to take the probe out of liquid helium

and make sure the temperature of the chips is higher than the critical temperature

of niobium and then slowly put the probe back into liquid helium again, without any

current or voltage source connected to the probe. Typically, de-fluxing several times

can decrease the trapped flux to an acceptable level.

Regardless of how carefully the circuit is designed and the testing is done, flux

trapping can happen. This problem is one of the most troublesome practical problems

in superconducting circuit measurements. In the next a few sections, we will show

the measurements with and without flux trapped.
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Another practical issue with high-frequency testing is the electrical connection

between the chip to be measured and the Petersen probe. There are supposed to be

24 ground pads made of copper bumps on the probe. However, after many cycles

of remounting, not all the ground connections are perfect, some of them may be

totally disconnected. It is not a problem for low-frequency measurements. For high-

frequency measurements, however, disconnected ground pads can increase the loop

of returning currents, so the parasitic inductance is increased. The high-frequency

performance may be degraded by the larger parasitic inductance. A further probe

problem is that the contact resistance of signal lines can lead to crosstalk between

two pads.

4.3 Low-frequency functionality test

4.3.1 Functionality test of the interface circuit

Fig. 4.5 and Fig. 4.6 show the low-frequency experimental results for the Suzuki

stack and the second part of the hybrid amplifier, respectively. Fig. 4.5 (b) shows

the waveforms when there was flux trapped. The clear waveforms in Fig. 4.5 (a)

are the results after several times of de-fluxing. The presence of trapped flux makes

the junction seem to have a smaller critical current, so the original bias condition

does not apply. Some of the junctions may be biased close to their critical currents,

causing the unstable waveform shown in Fig. 4.5(b).
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Figure 4.5: The low-speed functionality test of the 2 × 16 JJ Suzuki stack. (a) No
flux trapped (b) Flux trapped. The output is switched by the input signal and reset
by the clocked VDD signal. We attribute the multilevel output for flux trapping.
The scales are, 100 mV/div, 5 mV/div, and 20 mV/div, for VDD, input, and output,
respectively.
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         a)                                                                                 b)

Figure 4.6: The low-speed functionality test of the second-stage amplifier. There is
clock feedthrough for the clock with a smaller rise time (b) and no clock feedthrough
for the clock with a larger rise time (a).

The Suzuki stack and the second-stage amplifier have been proved to work. Using

a large coupling capacitance (10 pF), the 40 mV Suzuki stack output is transferred

to the next stage. The parasitic capacitance associated with the coupling capacitor

is very critical. (The parasitic capacitance is mainly between the output side of the

coupling capacitor and the ground plane; efforts have been made to minimize it.) If

the parasitic capacitance is too large, the capacitive voltage divider can degrade the

voltage transferred to the gate of the bottom transistor. In previous designs, when

the two circuits are combined together to test, the second-stage amplifier output

swing is only 0.3 V. The reason was soon found out: the large electrostatic-discharge

(ESD) protection pad capacitance and coupling capacitor make a voltage divider

which lowers the voltage to the next stage: the coupling capacitor is 10 pF, made
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by multiple metal layers forming parallel plate capacitors. However, one end of the

capacitor is connected to the NMOS gate via a wire inductor and a pad capacitor. The

I/O pads on CMOS chips have ESD protection circuits in order to protect the gate

from being damaged by static charges. Since the voltage caused by static charges may

be as large as several thousand volts, the protection circuits have to provide a very

large current-delivering capability to remove the charges. Therefore large MOSFETs

are used in the protection circuits, leading a large capacitance to ground. In our later

designs, the protection circuits are removed and we get the full voltage swing.

4.3.2 Memory cell functionality tests

Fig. 4.7 shows the functionality test of a memory cell at 4 K. The reading and

writing operations are shown in the picture. More important is that the retention

time of the memory cell is almost infinity at 4 K, due to the sharp subthreshold

swing, as discussed in Chapter 2. Our collaborators at Yokohama National University,

measured the memory retention time at both room temperature (300 K) and liquid

helium temperature (4 K) [42]. The 3-T memory cell’s retention time at 300 K is

about several seconds while the retention time at 4 K is more than 24 hours according

to their experiments (no degradation was observed). In order to get a basic idea how

long the retention time will be at 4 K, retention times at different temperatures are

measured and plotted on Fig. 4.8. By extrapolating back to 4 K, an estimated

retention time of 10482 years is expected for this 4 K 3-T DRAM cell.
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Figure 4.7: The low-speed functionality test of the memory core at 4 K. The signals
are all CMOS volt-level signals.
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Figure 4.8: The retention-time measurement results at different temperatures. The
4 K retention time is believed to be 10482 years according to the extrapolation.
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Figure 4.9: The delay measurement circuit for small delay measurement. The circuit
under test can be interface circuit, the memory core, or the whole critical path. The
precision of the measurement depends on the cable length precision and is measured
to be less than 20 ps.

4.4 High-frequency test of the system

4.4.1 Measurement circuit and testing set up

Simulations have shown that gigahertz operation of the hybrid memory is possible

and sub-nanosecond access time is expected. However, it is difficult to measure such

small delay time in traditional ways. In the semiconductor field, it is common to

use ring-oscillators and to measure the frequency of the oscillator; the delay time
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of an individual inverter is then obtained from the oscillation frequency. This idea,

however, does not apply to our memory and interface measurements, due to the large

required area. U. Ghoshal [53] proposed the hybrid circuit in Fig. 4.9 to measure

directly small individual delays.

The MOS devices M1 and M2 are designed so that the “ON” current is high

enough to switch the 4-Josephson-junction (4JJ) arrays as well as the Suzuki stack

in the device under test (DUT). The clock (CLK) and the delayed clock (D CLK)

are provided by an external clock generator with a variable delay delay device. The

MOSFET M3 is identical to M1 and M2 so that any parasitic effects will be compen-

sated in the measurement. At some time t0, both M1 and M2 are triggered by the

clock signals (when CLK is high and D CLK is low), after some small time delay (tp)

caused by the parasitic capacitance, the left 4JJ is switched and OUT1 is about 10

mV; right after the M2 is turned on, it delivers enough current to drive the interface

circuit. After the delay of the circuit, M3 is turned on and after the small time delay

of tp, the OUT2 is switched to about 10 mV. The time between OUT1 and OUT2 is,

therefore, the delay of the interface circuit. For the delay measurement of the memory

decoder and memory cell, the same circuit applies with some minor modifications.

Since the output of a hybrid memory is a current reading out from the cell to the

input of a Josephson current sensor, we can simply connect the output node of the

memory cell to the 4JJ, as long as the parasitic capacitance is compensated such that

COUT1 = COUT2. So the time difference between OUT1 and OUT2 is the delay of
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Figure 4.10: The delay of the second-stage amplifier. 430 ps measured delay is larger
than the simulation results, which is explained in the text.

the memory.

The two cables from OUT1 and OUT2 to the oscilloscope must be exactly the

same in type and in length. With careful set up, the accuracy of this measurement

is believed to be about 20 ps.

4.4.2 Interface-circuit delay measurement

Fig. 4.10 shows the delay-measurement result for the second stage of the hybrid

interface circuit, for a wire-bonded chip set. From the picture, one can read a 430-

ps delay. This value is larger than the 170 ps found from simulation. The possible
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Figure 4.11: This simulation result for the second-stage of the interface amplifier
shows that a large delay (310 ps) is incurred in obtaining the necessary 0.7 V to drive
the next stage.
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reasons follow: The delay time simulated previously was based on the difference

between the half-level points of the input and output. But half of the voltage drop

of the interface circuit, 0.5 V, is insufficient to drive the following PMOS with high

enough current to switch the 4JJ output array. Rather, 0.7 V is required. Fig. 4.11

shows the simulation curves for the second stage of the interface amplifier where it

can be seen that the delay would be 310 ps to obtain a 0.7 V drop. Thus 140 ps

of the difference (260 ps) between the measurement and simulation is accounted for.

Also, unidentified parasitics from the bonding wires or pad connections may increase

the delay time.

Fig. 4.12 shows the delay measurement waveforms of the interface circuit (includ-

ing the Suzuki stack and the second stage amplifier) for a bump-bonded chip set.

The interface circuit is biased with a smaller VDD (1.4 V) than the CMOS VDD (1.5

V). Due to the leow parasitic bonding inductance and different bias condition, the

measured delay 200 ps is smaller than for the wire-bonding chip set.

One can expect that a high-current-density JJ process will decrease the delay time

of the interface amplifier due to the smaller junction capacitances. Simulations show

that 20 kA/cm2 Nb process will decrease the delay time to less than 100 ps.

Furthermore, we can take advantage of the sharp subthreshold property of 4 K

MOSFETs and make the PMOS M3 VDD 0.3 V higher than the interface VDD. When

the interface circuit is off, this 0.3 V drop (VSG) is not large enough to turn the

following PMOS on, which would cause a problem, however, when the interface circuit
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OUT1

OUT2

Figure 4.12: The delay of the second-stage amplifier, measured from a bump-bonded
chip set. A 200 ps measured delay is smaller than the one that was measured from a
wire-bonded chip set. X = 100 ps/div, Y = 5 mV/div.
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Figure 4.14: Memory delay measurement waveforms including input CMOS driver,
decoder, memory cell, and bit-line JJ readout. About 500 ps delay time is measured,
with VDD = VCLK = 1.5 V .

switches, the 0.5 V drop in 400 JJ is equivalent to a 0.8 V drop for the following PMOS.

Fig. 4.13 shows the measured relationship between the two V ′
DDs and the delay time.

By doing this, the delay time would be less than 100 ps for higher JJ current

densities.

4.4.3 Memory-core delay measurement

In order to measure the delay of the CMOS part of the memory, the same testing

circuit has been applied to the memory as was described in Sec. 4.4.1. The result is
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shown in Fig. 4.14. A 500 ps delay is displayed in the picture. The supply voltage

of the CMOS circuits is 1.5 V. We also observed that the delay decreased when we

used higher supply voltage for the CMOS circuits.

The total access time is the delay of the interface circuit plus the delay of the

CMOS memory part. Based on the test results obtained separately, we can conclude

that the total access time is less than 600 ps. It could be better if we measured it

directly. The measurement for the whole signal path has not been possible at this

time, mainly due to the small margin of the second-stage amplifier and the clock

crosstalk. But measurement results for the signal path from second stage of the

interface amplifier to the memory readout current are obtained and shown in Fig.

4.15. The delay shown in the figure is about 600 ps. Taking the Suzuki stage delay

time into account, the total access time is about 620 ps, which confirms the previous

access time conclusion based on the interface delay and CMOS memory delay.

4.5 Discussion and conclusions

In this chapter, we demonstrated a 64-kb CMOS-Josephson hybrid memory oper-

ating at 1 GHz and at 4 K. Each individual part of this 64-kb hybrid memory system

has been measured, both functionality and delay time has been verified and reported.

Although a full critical path measurement is not possible at this time, multiple section

measurements provide strong evidence that the total access time can be well under 1

ns, which fits the simulation results well. Power measurements also fit the calculated
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OUT1
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Figure 4.15: Delay measurement waveforms including the second-stage amplifier, in-
put CMOS driver, decoder, memory cell, and bit-line JJ readout. A delay time of
less than 600 ps is measured, with VDD = VCLK = 1.5 V
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value for the interface circuit as well as the memory core.

With more advanced CMOS and Josephson technologies in the near future, we

strongly believe such a CMOS-Josephson hybrid memory can be expanded to larger

sizes, with even faster access times, working at higher frequencies, and make a good

candidate (probably the best one), for the solution of the long-standing memory

bottleneck problem faced by superconducting digital electronics.
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Chapter 5

Discussion and Conclusions
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5.1 More advanced technologies for 64-kb hybrid

memories

The previous chapters reported a 64-kb Josephson-CMOS hybrid memory that was

designed and demonstrated using a 0.25 µm CMOS process and a 2.5 kA/cm2 Nb

process. With the continued development of both semiconductor and superconductor

technologies, more advanced processes are expected to be used in the hybrid memory

in the future. A 20 kA/cm2 Nb process has been demonstrated in the laboratory

[58] and 90 nm CMOS processes are now industrial standard. Based on the scaling

rules of CMOS and assuming that the demonstrated low-temperature improvement

of CMOS does not change much with scaling, we can estimate the delay and power

consumption for a 64-kb hybrid memory using advanced technologies. Since the

delay comes mostly from the CMOS part and most power dissipation is the interface

static power (proportional to VDD), one can conclude that the upgrade of the CMOS

process will affect the performance of hybrid memory more than the upgrade of the

Josephson process. Scaling-rule calculations suggest that the access time for 90 nm

CMOS will be 240 ps while power consumption decreases because VDD decreases.

Since the interface static power dominates, the power reduction factor is about 40%,

if a 0.9 V supply voltage is used.

We must point out that the current and advanced CMOS processes referred to

above are just commercial CMOS processes designed for room-temperature operation,
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not for 4 K. There is plenty of room to improve the design of processes if working at

4 K is targeted, as is discussed in Chapter 2. The most promising goals of the special

design are reductions of VT and VDD. In room-temperature operation, one cannot

make the threshold voltage lower than 0.3 V or VDD lower than four times VT . The

subthrehold current would too large and therefore the leakage current is too large if

VT is less than 0.3 V, and the device does not work ideally if VDD is less than four

times VT . This sets the limit of the CMOS scaling rule for VT and VDD. That is part

of the reason power is becoming more and more important in semiconductor industry.

The main performance advantage of 90 nm devices specially designed for 4 K

operation, when compared to conventional 90 nm CMOS operated at 4 K, lies in

scaling of the operating voltages, and thereby reduction of power dissipation even at

higher frequency operation. It is possible to design threshold voltages of 30 mV and

operate circuits reliably with much lower VDD such as 120 mV. Compared with the

1.5 V supply voltage, the static power of the interface circuits would be reduced by a

factor of 12.5, and the dynamic power would be reduced by a factor of more than 150!

In this way, one could achieve a significant reduction in power dissipation. Besides,

it also makes conversion of signals to and from SFQ circuits much easier. Instead

of a 400-JJ-array in the interface circuit, a 50-JJ-array could be used to achieve the

needed swing of 120 mV. This would reduce the delay time and resetting time since

the parasitic capacitance will be decreased. And for a given frequency the error rate

could be reduced as well.
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Table 5.1: Power and access time for a 64-kb hybrid memory at different technologies.

Technologies Reading Power Access time

0.25 µm CMOS and 2.5 kA/cm2 Nb 10 mW 600 ps

90 nm CMOS and 20 kA/cm2 Nb 6 mW 240 ps

4 K 90 nm CMOS and 20 kA/cm2 Nb 0.8 mW 240 ps

Table 5.1 shows the comparison for power and access time for different processes.

The specially designed 4 K CMOS process and the 20 kA/cm2 process make the hybrid

memory an even more promising solution to the high-end computation applications.

5.2 Memories up to 1 Mb

The 64-kb memory is our first demonstration memory; however, it is not the

ultimate goal for high-end computing. Larger size memories up to 1 Mb are needed.

(Even larger memory could be built with 1 Mb banks using a multi-bank structure,

as is done in semiconductor memories.) The CMOS part of a 1 Mb memory could

be laid out as 1024×1024 square matrix, which requires a 10-input row decoder and

a 5-input column decoder to access 32-bit words. The logic structure and style for

decoders then change. And at the same time, the load capacitance for the decoder

increases by a factor of four compared with 64-kb memory. However, this does not
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Figure 5.1: The power consumption for larger memories with a 2.5 kA/cm2 Nb process
and a 0.25 µm CMOS process.

necessarily mean the delay and power increases by a factor of four.

Applying the same design techniques, one can easily find that the delay of the

decoder increases only 70% and its dynamic power consumption triples, compared

with the decoder in a 64-kb memory. As to other parts of the hybrid memory,

the number of interface amplifiers increases by four, which affects the total power

consumption. In a word, the increase of memory size means a slow increase of delay

and power consumption of CMOS circuits and the number of input amplifiers. The

total access time for a 1-Mb hybrid memory using a 2.5 kA/cm2 Nb process and a

0.25 µm CMOS process is about 0.8 ns. And the total power consumption for read
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Figure 5.2: The pipeline structure of the hybrid memory for 5 GHz operation.

and write process are 14 mW and 35 mW, respectively. Power dissipation for different

sizes of memory is shown in Fig. 5.1. If a 90 nm CMOS process specially designed

for 4 K operation and a 20 kA/cm2 JJ process are used, the total access time could

be decreased to about 0.35 ns, and the reading power is only 0.8 mW.

5.3 Pipeline structure and 5 GHz target operation

The hybrid memory can work at a higher frequency if a pipeline structure is used,

as shown in Fig. 5.2. The basic idea is to use synchronized shift registers to pipeline

all the delay elements. Therefore the working frequency can be higher with the price

of longer latency time (because of multiple shift registers). For a targeted 5 GHz

operation frequency, the delay of each segment should be less than 150 ps. That is

the reason we make the arrangement as shown in Fig. 5.2. The overall delay in the

CMOS part will probably be more than 150 ps, so we divide it into two parts. The

interface circuit is synchronized by the same CMOS clock. And the SFQ register

has to be synchronized by the same CMOS clock as well. Since we introduce several
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registers, the total latency will be dramatically increased to nanoseconds. Based on

the simulations of the hybrid memory using more advanced technologies, the 5 GHz

pipelined memory systems with the size up to 1 Mb are very promising for the future

application.

5.4 Future work and Conclusions

5.4.1 future work

Our demonstration of a 64-kb hybrid memory is just a start. There are some

issues that require future research attention.

For the future memories with more advanced technologies, low-temperature CMOS

research should continue for the more advanced technology. 90 nm CMOS at 4 K is

a good research topic, as well as the design requirements for future memories. Also,

the proposed specially designed 4 K 90 nm CMOS deserves more research attention.

We should focus on how to adjust the process parameters to obtain low-threshold,

low-VDD special CMOS process for 4 K operation. Although the power reduction is

the main driving force for this special CMOS, the delay should not be degraded too

much, which is the challenging part of this work.

The optimization of the Suzuki stack and the second-stage amplifier is prelimi-

narily complete for the current designs, but there is still room for optimization. For

Suzuki stack design, the margin should have the first priority since the delay of a
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Suzuki stack is not dominant part of the system delay. Instead of traditional Suzuki

stacks, some new structure such as a double-stage Suzuki stack should be studied

because the preliminary simulation shows that this structure can improve the mar-

gins and the bit-error rate. For the second-stage amplifier, the focus should be on

the small margins and the clock crosstalk. As frequency goes higher, the clock rise

time gets smaller and, therefore, the clock feedthrough problem would become more

critical.

One practical issue in the hybrid memory is the crosstalk between the CMOS

high-voltage signals and JJ chip low-voltage signals. Although the substrate is frozen

out and the substrate noise is not an issue, other forms of crosstalk do exist and were

observed in experiments. New packaging designs should be considered.

5.4.2 Conclusions

A 64-kb Josephson-CMOS hybrid memory with a subnanosecond access time and

10 mW reading power consumption is designed and demonstrated. With more ad-

vanced technologies, larger and faster hybrid memories are possible in the future.

With a specially designed 4 K CMOS process, the power consumption of such a

memory could be reduced dramatically with very little degrading of the speed and

robustness. Based on the design and demonstration of a small memory and the sim-

ulations in this chapter, we strongly believe that larger hybrid memories working at

higher frequencies will be available in the future, making them candidates for SFQ
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high-end computation systems.
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